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Abstract 
 
 
 
 
Various thermally responsive block and graft copolymers based on poly(N-
isopropylacrylamide) (PNIPA) have been synthesised. Poly(ethyleneoxides) (PEO) with 
different chain lengths were used as hydrophilic blocks and grafts. The graft copolymers 
were synthesised in two steps. Firstly, two functional copolymers were prepared by free 
radical polymerisation of N-isopropylacrylamide (NIPA) with either glycidylmethacrylate 
(GMA) or N-acryloylsuccinimide (NASI). The reactivity ratios of NIPA and GMA were 
determined by two different methods. Secondly, an amino terminated PEO was allowed to 
react with the functional copolymers either in an organic solvent or in water, resulting in 
various amounts of side chains on the PNIPA backbone. Block copolymers were prepared 
by free radical polymerisation of NIPA using two PEO substituted macroazoinitiators. The 
copolymers exhibit reversible thermosensitivity in aqueous solutions typical to PNIPA, 
being completely water soluble at low temperatures but phase separate at the lower critical 
solution temperature (LCST) upon heating. In addition, a block copolymer of NIPA with a 
zwitterionic sulfobetaine, N,N-dimethyl-N-3-methacrylamidopropyl ammoniopropane 
sulfonate (SPP) was studied, which showed double thermosensitive properties 
precipitating upon cooling at the upper critical solution temperature (UCST) owing to the 
PSPP block, and upon heating at the LCST owing to the PNIPA block. 
 
All the graft and block copolymers, PNIPA-g-PEO, PNIPA-b-PEO and PNIPA-b-PSPP, 
formed spherical core-shell structures in dilute aqueous solutions at their critical 
temperatures. The factors determining the coil-to-globule transition of the thermosensitive 
part include hydrophobic interactions, i.e. intra- and interchain interactions, and the 
solubilising effect of the hydrophilic shell on the shrinking backbone. Thermal properties 
of aqueous polymer solutions were studied by the combination of static and dynamic light 
scattering, fluorescence, EPR and UV spectroscopies, and also by viscosimetry. 
 
The LCST of the PNIPA-PEO block and graft copolymers critically depended on the 
amount of PEO and on polymer concentration. Above the critical temperature, the size, 
size distribution and structure of the nanoscopic aggregates sterically stabilised by the 
PEO shell can be adjusted by various factors such as the amount of PEO, polymer 
concentration and the heating rate of the sample. Two copolymers grafted in water either 
far below or close to the LCST of the backbone turned out to be able to partly remember 
the original conformation of the parent backbone copolymers in which they had been 
grafted. The resulting copolymer solutions and the localisation of the fluorescent and spin 
probes inside copolymers were dependent on both the chemical nature of the probes and 
the method of the sample preparation.  
 
Thermal properties of aqueous PNIPA-b-PSPP solutions can be influenced by the addition 
of sodium chloride. Salt enhances the water solubility of polysulfobetaine but on the other 
hand the solvent becomes poorer for PNIPA in the course of addition of salt. At room 
temperature, gradual addition of salt turns the mutual interactions from zwitterionic 
attractions between PSPP blocks to hydrophobic attractions between PNIPA blocks. At a 
certain concentration of salt the thermosensitivity of the PSPP block disappears. In pure 
water below the UCST, the block copolymers PNIPA-b-PSPP form loosely packed 
aggregates sterically stabilised by PNIPA shell whose size depends not only on the salt 
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concentration but also to some extent on the polymer concentration. Upon heating, the 
critical temperature and the size of the aggregates with a narrow size distribution were 
notably influenced by both the polymer and salt concentrations. 
 viv 
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Abbreviations 
 
5-DSA 
16-DSA 
4HP 
AIBN 
DLS 
DSC 
EPR 
ex. K-T 
F-R 
GMA 
HO-PEO 
LCST 
MAI 
NASI 
NH2-PEO 
NIPA 
PEO 
PNIPA 
PNIPA-b-PEO, NE 
 
PGMA 
PNIPA-b-PSPP 
 
PNIPA-co-GMA 
and N-co-G 
PNIPA-co-NASI 
PNIPA-g-PEO 
 
PSPP 
 
RAFT 
SEC 
SLS 
SPP 
UCST 

5-doxylstearic acid 
16-doxylstearic acid 
4-(dicyanomethylene)-2-methyl-6-(p-dimethylaminostyryl)-4H-pyran 
Azobis-(isobutyronitrile) 
Dynamic laser light scattering 
Differential scanning calorimetry 
Electron paramagnetic resonance spectroscopy 
Extended Kelen-Tüdős method 
Fineman-Ross method 
Glycidylmethacrylate 
Poly(ethyleneglycolmonomethylether) 
Lower critical solution temperature 
Macroazoinitiator 
N-acryloylsuccinimide 
Amino terminated poly(ethyleneoxide) 
N-isopropylacrylamide 
Poly(ethyleneoxide) 
Poly(N-isopropylacrylamide) 
Block copolymer of poly(N-isopropylacrylamide) and 
poly(ethyleneoxide) 
Poly(glycidylmethacrylate) 
Block copolymer of poly(N-isopropylacrylamide) and poly(N,N-
dimethyl-N-3-methacrylamidopropyl ammoniopropanesulfonate) 
Copolymer of N-isopropylacrylamide and glycidylmethacrylate 
 
Copolymer of N-isopropylacrylamide and N-acryloylsuccinimide 
Graft copolymer of poly(N-isopropylacrylamide) and 
poly(ethyleneoxide) 
Poly(N,N-dimethyl-N-3-methacrylamidopropyl 
ammoniopropanesulfonate) 
Reversible addition fragmentation chain transfer polymerisation 
Size exclusion chromatography 
Static laser light scattering 
N,N-dimethyl-N-3-methacrylamidopropyl ammoniopropanesulfonate 
Upper critical solution temperature 
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1. Introduction 
 
 
 
 
 
1.1. Background 
 
 
In nature, as well as in chemical laboratories, the self-organisation of amphiphilic 
copolymers in water can be controlled through careful polymer synthesis. The synthesis of 
amphiphilic block and graft copolymers is of special interest due to the unique capability 
of these copolymers to form stable aggregates with a core-shell structure in solution.1-5 
Amphiphilic copolymers with a hydrophobic backbone grafted with hydrophilic branches 
undergo self-assembling through precipitation or solvent exchange, and form stable 
colloidal particles in water.6 In the case of well-defined block copolymers, the size of the 
core and the dimension of the shell (or corona) in the micelles can be controlled by 
varying the block lengths of the copolymer. 
 
Materials which respond in a discontinuous manner to continuous environmental changes 
have become of major interest.7-12 Among this type of intelligent materials, poly(N-
isopropylacrylamide) (PNIPA) is one of the most studied responsive polymers which 
exhibits a lower critical solution temperature (LCST) in water around 32 °C. PNIPA 
shows a reversible demixing with water within a range of a few degrees (1-2 oC) around 
the critical temperature. The copolymers of PNIPA containing blocks or grafts well 
soluble in water even above the LCST of PNIPA, form core-shell nanosized particles in 
aqueous solutions at elevated temperature.  
 
Polymeric micelles and nanoparticles are potential materials for pharmaceutical 
applications.13-15 The core-shell structure of such self-assemblies is ideal to targeted and 
self-regulating drug delivery. A commonly used component in such polymeric carriers is 
poly(ethyleneoxide) (PEO), owing to its biocompatibility. In biochemical applications, 
surface properties of particles are often modified utilising the physicochemical properties 
of PEO, like low protein and cell adhesion in aqueous systems.16 

 
Recent theoretical investigations suggest that copolymers consisting of structural units 
with varying solubilities may remember the conformation in which they have been 
synthesised.17-19 In this sense, amphiphilic copolymers mimic biopolymers and, in certain 
cases, globular proteins. Recently, Khokhlov et al.17 have introduced the concept of 
“protein-like copolymers”. This model describes the “memory” of an amphiphilic 
copolymer: the polymer tends to retake the conformation in which it was synthesised. An 
experimental verification of the concept is a challenging task for a polymer scientist.  
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1.2.   Review 
 
 
 
1.2.1. Thermoresponsive polymeric materials 
 
Intelligent, stimuli-responsive polymers are polymers which undergo relatively large and 
sharp physical changes with small continuous changes in the environment. Recent interest 
in intelligent polymer systems has focused on aqueous polymer solutions, interfaces and 
hydrogels. In fact, the physical properties of water determine the conformation and the 
subsequent reactions of biopolymers responsible for life on Earth.20 

 
Intelligent polymers of special concern in this work are those which in aqueous solutions 
phase separate upon increasing temperature. Their transition from hydrophilic to 
hydrophobic substances occurs abruptly at a lower critical solution temperature (LCST). 
Thermodynamic requirements for the LCST were developed by Prigogine and DeFay.21 
Briefly, at the LCST 
 

(δ2∆H/δX2
2)T,P > 0, T(δ2∆S/δX2

2)T,P > 0, ∆G > 0 
 
where ∆G, ∆H and ∆S are excessive over ideal free energy, enthalpy and entropy of 
mixing the polymer with water, respectively. X2 is the mole fraction of the polymer. It is 
assumed that the excess functions do not change sign. The above requirements imply that 
upon mixing 

∆G > 0, ∆H < 0 and ∆S << 0 
 
Mixtures that positively deviate from Raoult’s law, exothermically and with notable losses 
in entropy on formation, may exhibit an LCST.22 

 
Most of the synthetic thermoresponsive polymers which show the LCST behaviour belong 
to three types of polymers, namely poly(N-substituted (meth)acrylamides), poly(N-vinyl-
N,N-disubstituted amides) and ethylene oxide –containing polymers. A general rule for 
LCST phenomenon of aqueous polymer solutions was developed by Taylor and 
Cerankowski in 1975:22 

 
As a polymer which is soluble in water at all temperatures is made increasingly 
hydrophobic, before complete water insolubility is reached, a range of compositions will 
be found which will have temperature inverse solubility, and the more hydrophobic the 
increment, the lower the LCST. 
 
Thus, by substituting a water soluble polymer with hydrophobic groups a polymer with a 
LCST may be obtained, owing to entropic reasons. For instance, the entropy change upon 
transferring a methylene group from an organic solvent to water is around –20 J/Kmol 
which contributes significantly to the free energy via the term T∆S. 
 
The LCST behaviour in aqueous polymers solutions is based on the ordering of solutes 
resulting from specific orientations required to hydrogen bond with the partially arranged 
water molecules.23 The hydrogen bonds formed between the polar groups in the polymer 
and water molecules are the initial driving force for dissolution. Water molecules which 
are incapable to hydrogen bond with nonpolar domains of solutes have to reorientate 
around those regions. This phenomenon is known as the hydrophobic effect and results in 
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a decreased entropy upon mixing.24,25 At higher temperatures, the entropy term dominates 
over the exothermic enthalpy of the hydrogen bond formation. Therefore, the free energy 
change of the mixing becomes positive and phase separation takes place. The replacement 
of polymer-water contacts with polymer-polymer and water-water contacts is manifested 
by precipitation. 
 
 
 
1.2.2. Poly(N-isopropylacrylamide), PNIPA 
 
Poly(N-isopropylacrylamide) is a thermally responsive polymer with LCST behaviour.26-30  
 
 

NHO

 
 

Poly(N-isopropylacrylamide) 
 
 
The earliest report of the temperature-dependent solubility of PNIPA was published in 
1963.31 The authors merely noted the gradual decrease in solubility with increasing 
temperature. The abruptness of the phase separation of PNIPA was first reported in 1967 
by Scarpa et al.32 A report which is often cited in literature was published by Heskins and 
Guillet in 1968.33 The authors observed visually the macroscopic phase separation upon 
heating. This method of determining the LCST is commonly known as the cloud point 
method.34 A recent study on the demixing of water and linear PNIPAs with varying chain 
lengths was published by Afroze et al.35 The authors studied the dependence of the critical 
temperature on polymer concentration by optical and calorimetric techniques. Within the 
range of the weight fraction of PNIPA from 0.4 to 0.5, a minimum in the LCST with a 
broad misciblity gap independent of chain length was observed. The dilution of the 
solution shifts the cloud point to higher temperatures, the effect being more pronounced 
with a decreasing chain length.  
 
The first appearance of PNIPA in literature is found in 1956 dealing with the synthesis and 
polymerisation of the corresponding monomer N-isopropylacrylamide, NIPA.36-38 Ever 
since, the study of PNIPA in different forms such as single chains,39-44 microgels,45-48 
macroscopic gels,48-53 latexes,54-57 membranes,58 coatings59 and fibres60,61 has brought 
together a wide range of disciplines encompassing chemistry, physics, rheology, biology, 
biotechnology, pharmacy and photography. Thermal properties of PNIPA can be modified 
by an introduction of hydrophilic groups, e.g. acrylamide,62 (meth)acrylic acid,63 and/or 
hydrophobic groups, e.g. (meth)acrylates,64 to the PNIPA chain. Also, different cosolutes, 
e.g. hydrophilic or hydrophobic low and high molar mass compounds, amphiphiles and 
salts, have an influence on the LCST of PNIPA.65-72 These modified PNIPA polymers 
have been studied for several applications in various fields of material science such as in 
drug release,58,73,74 enzyme and cell immobilisation,75,76 treatment of water,77 oil 
recovery,78 photoresponse,40,79-81 film technology,58 flocculation28 and artificial muscle 
and polymer transducers.30 Homo- and copolymers of PNIPA have been widely studied by 
spectroscopic,27,28,82-89 calorimetric82,90-92 and various other techniques.91,93-98  
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1.2.3. Coil-to-globule transition of a neutral polymer 
 
The first prediction of the coil-to-globule transition of polymers was done by Stockmayer 
in 1960.99 Since then, the theory for this transition of neutral polymers in solutions has 
been developed by Ptitsyn and Eisner,100 Lifshitz, Grosberg and Khokhlov.101-105 
Experimentally, the coil-to-globule transition of polystyrene (Mw = 2.6 × 107 g/mol) in 
cyclohexane was first observed by Tanaka et al. in 1980.106,107  
 
The quality of the solvent employed and the chemical structure of the polymer, i.e. rigid or 
flexible, determine the conformation of the polymer in solution. With the aid of static and 
dynamic light scattering, by measuring the ratio of the mean-square radius of gyration, Rg, 
to the hydrodynamic radius, Rh, of the polymer chain it is possible to determine the 
conformation of the polymer chain.108 The ratio Rg/Rh has been shown to have a value 
around 0.78 for a hard and uniform sphere and ~ 1.5 for a monodisperse random coil. 
Values higher than 1.5 have been encountered in polydisperse samples. Furthermore, the 
increasing rigidity of the chain results in higher ratios, even ~ 4.  
 
According to Flory, in a good solvent a polymer swells due to excluded volume 
interactions and elastic forces.109 The former interactions cause the expansion and the 
latter the contraction of the chain. In this stage, excluded volume interactions prevail and 
the measure of the thermodynamic quality of the solvent for a polymer, the second virial 
coefficient, A2, is positive. By lowering the solvent quality by an external stimulus like 
temperature or solvent composition, the system reaches a state, theta point (θ), at which 
the polymer coil behaves like an ideal coil. The coil at θ point is in its unperturbed state 
and A2 = 0. A further lowering of the solvent quality induces an attraction of the units of 
the polymer chain, finally resulting in the precipitation of the polymer from the solvent. At 
this state, A2 < 0. The above described coil-to-globule transition of a single coil is very 
difficult to observe experimentally and studies on this phenomenon are restricted to very 
dilute solutions of monodisperse polymers with a high molar mass. In a more concentrated 
solution the interchain distances shorten thus increasing the attraction forces between the 
chains, this leading to the sticking of several collapsed chains together. 
 
Upon heating the aqueous solution, PNIPA undergoes a coil-to-globule transition at its 
LCST, i.e. the θ point. In a very dilute solution, the coil-to-globule transition of a single 
chain of PNIPA has been observed.42-44,110 More often, however, a cluster or aggregate 
formation has been detected.  
 
 
 
1.2.4. Polymeric self-assemblies with a micellar core-shell structure  
 
The self-assembling of amphiphilic polymers in water leads to spherical, lamellar, 
cylindrical and other organised structures depending on polymer concentration and/or 
solvent composition owing to competing interactions between the polymer segments. In 
dilute aqueous solutions, the copolymers having hydrophobic and hydrophilic parts form 
spontantenously polymeric micelles. The association of the hydrophobic parts of the block 
copolymers occurs at a given polymer concentration, often regarded as a critical micelle or 
aggregation concentration, which greatly depends on the hydrophilic-lipophilic balance of 
the polymer. Double hydrophilic block and graft copolymers are materials consisting of 
water soluble parts with different chemical nature. In an aqueous solution, the interaction 
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of one or several parts of the copolymer can be triggered by the changes in the 
surroundings resulting in a spherical core-shell structures as an example.111-116  
 
The colloidal stability of micelles, liposomes, as well as other particles may be achieved 
sterically and/or electrostatically. The efficiency of steric stabilisation is based on the 
surface coverage of the hydrophilic chains on the particle. The surface coverage and the 
conformation of PEO grafts on spherical hydrophobic polymer particles has been 
studied.117 PEO chains lie flat on the surface of the particle when the number of PEO 
chains is low. With increasing number of PEO chains the packing density on the surface 
increases and the PEO chains extend far into the continuous medium. This change has 
been termed a pancake-to-brush transition.118,119 This model is relevant also in the present 
work, when considering the aggregate formation of the block and graft copolymers of 
PNIPA and PEO. Above the LCST the copolymers form spherical particles sterically 
stabilised by an outer shell of PEO. In these particles PEO chains are stretched out to the 
aqueous phase, perpendicular to the surface of the PNIPA core. This is schematically 
demonstrated below in Scheme 1. 
 
 

T << LCST T > LCSTT ~ LCST  
 

Scheme 1. Formation of a core-shell sphere upon heating an aqueous PNIPA-graft-
PEO copolymer solution. PNIPA (black) and PEO (grey). 

 
 
 
1.2.5. Memory effect: The concept of the “protein-like copolymer” 
 
The properties of biomacromolecules like proteins and peptides in living systems are 
based on their structure. For instance, the activity of enzymes or DNA relies on the tertiary 
structure, the overall conformation of the polymers. An external stimulus like a 
temperature raise induces the denaturation of these polymers, and the activity is lost.105  
 
The essential difference between the monomeric units of globular proteins is that some 
amino acid residues are hydrophilic or charged while others are hydrophobic. It is 
generally accepted that in globular proteins the hydrophilic units are mainly covering the 
surface of the globule thus preventing intermolecular association, while the core of the 
globule is mainly formed by hydrophobic units. A recently introduced concept of “protein-
like copolymers” is an important methodological tool in understanding and mimicking the 
behaviour of globular proteins.17 In this model, a copolymer consisting of only two 
comonomers (A and B) was considered. A condensed homopolymer in its dense globular 
state (“parent” conformation) was “coloured” into A and B units to have an instant image 
of such a chain. In the model copolymer, the monomer units residing in the core of a 
globule were designated as B units and called hydrophobic, while the monomer units on 
the surface of the “instant image” of a globule were designated as A units and called 
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hydrophilic. It was of interest to see by computational means whether such a construction 
of the globule is able to remember its original conformation in which it was built up when 
the conditions of the system are changed. The coil-to-globule transition of the protein-like 
AB copolymers turned out to occur at a higher temperature and to be more abrupt than 
random and random-block copolymers with the same AB composition and degree of 
blockiness. The authors concluded that the reason for this is that the protein-like 
copolymer remembers some of the properties of the parent globule, thus making it easier 
for a dense globule to self-assembly. 
 
Alvarez-Lorenzo et al.120 have recently reported a way to synthesise a polymer which 
remembers its original conformation. These authors prepared weakly crosslinked PNIPA 
hydrogels containing a small amount of methacrylic acid which can form complexes with 
calcium ions. The gels were synthesised in two ways, by random copolymerisation or by 
using an imprinting technique. In the latter case, complexes between carboxyl groups and 
lead ions were formed before the polymerisation. Then these complexes were imprinted 
into the polymer network during the polymerisation. The capture of calcium ions by the 
pairs of carboxylic acids in the shrunken imprinted hydrogel was observed to be more 
effective than in a hydrogel without the preformed complexes.  
 
Lozinsky et al.121 polymerised N-vinyl caprolactam and 1-vinyl imidazole in a 
DMSO/water mixture at 65 oC, after which the water-soluble part of the product was 
fractionated. The fraction which could not be precipitated from hot water was concluded 
to be stabilised by hydrophilic repeating units and to behave like a protein-like copolymer. 
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1.3. Aim of the study 
 
 
 
The purpose of this work was to synthesise PNIPA based thermally responsive block and 
graft copolymers which upon heating in aqueous solutions form stable nanosized particles. 
The water solubility and steric stabilisation of the polymers and the nanoparticles was 
maintained by either a hydrophilic PEO block or graft, or a polysulfobetaine, PSPP, block.  
 
Firstly, functional backbone copolymers were synthesised via free radical 
copolymerisation of NIPA with either glycidylmethacrylate, GMA, or N-
acryloylsuccinimide, NASI. The kinetics of the copolymerisation of the former 
comonomer pair were studied in detail. 
 
Secondly, the focus was on the influence of the number of PEO grafts and that of the 
length of a PEO block on the thermal properties of PNIPA in dilute aqueous solutions. 
The shrinking of the copolymers, and the formation and structures of aggregates or 
polymeric micelles above the LCST, were studied.  
 
Thirdly, a block copolymer having a PSPP block attached to PNIPA was studied. The 
aqueous polymer exhibits both an upper critical solution temperature (UCST) and a LCST. 
The mechanism of the formation of micellar structures below the UCST and above the 
LCST, was studied. 
 
The functional PNIPA-co-GMA copolymer was grafted in water at different temperatures, 
T<<LCST and T~LCST. Here, the main interest was to explore the memory effects in the 
graft copolymer, arising from the different conformations of the parent copolymer during 
the grafting.  
 
Starting with radical polymerisation reactions, the aim was to prepare complex derivatives 
of PNIPA with well defined structures. The effects of the details of the molecular structure 
of the polymers on their capability of self-assembling was studied using mainly various 
spectroscopic methods and light scattering experiments. 
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2. Experimental 
 
 
 
 
 
2.1. Polymer syntheses 
 
 
 
2.1.1. Poly(N-isopropylacrylamide)-graft-poly(ethyleneoxide) copolymers: 

PNIPA-g-PEO 
 
 
2.1.1.1. Functional copolymer of N-isopropylacrylamide and glycidylmethacrylate: 

PNIPA-co-GMA 
 
Kinetic measurements: The monomers N-isopropylacrylamide (NIPA) and 
glycidylmethacrylate (GMA) (20 mol% of solvent) and the initiator azobis-
(isobutyronitrile) AIBN (0.05 mol% of monomers) were dissolved in deuterated 1,4-
dioxane, and the mixtures were injected into NMR tubes sealed with septums. The 
samples were deoxygenated by a freeze-thaw in vacuo repeated six times. Molar ratios of 
the monomers were checked by 1H-NMR at ambient temperature. Then, the samples were 
placed into the NMR sample cell at 70oC, and polymerised while recording the 1H-NMR 
spectra of the mixtures for 2 hours. The polymerisations were stopped with 0.006 wt% of 
hydroquinone and cooling to -20 oC. The product copolymers were precipitated with 
diethyl ether, and the precipitates were isolated by centrifugation. Then, in order to 
remove the residual monomers the copolymers were twice reprecipitated from acetone 
solutions with diethyl ether, collecting the precipitate by centrifugation. The copolymers 
were dried overnight in vacuum at room temperature before the analysis. 
 
Functional copolymer for the grafting reactions: NIPA was dissolved in 1,4-dioxane and 
flushed with nitrogen for 30 minutes. AIBN was added when the mixture reached 70 °C. 
GMA was added dropwise in a period of the first 2 h of polymerisation. The copolymer 
was precipitated twice into diethyl ether and dried in vacuo for 24 hours. 
 
 
 
2.1.1.2. Functional copolymer of N-isopropylacrylamide and N-acryloylsuccinimide: 

PNIPA-co-NASI 
 
NIPA and N-acryloylsuccinimide (NASI) were dissolved in 1,4-dioxane and flushed with 
nitrogen for 30 minutes. The reaction mixture was heated to 70°C and AIBN was added. 
After 18 h the polymer was precipitated in diethyl ether. The reprecipitation was carried 
out from acetone into diethyl ether. The copolymer was dried in vacuo for 24 h at room 
temperature. 
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2.1.1.3. PNIPA-g-PEO  copolymers 
 
PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29: Two aqueous PNIPA-co-GMA solutions 
were prepared. The temperature of the reaction mixtures was set to 15 oC and 29 oC, 
respectively. The stability of temperatures was ensured for 48 h before amino terminated 
poly(ethyleneoxide), Mw = 6000 g/mol, (NH2-PEO) was added to the reaction mixture. 
The mixtures were stirred at mentioned temperatures for a week. The number codes 
indicate the number of grafts/temperature in the grafting reaction. 
 
PNIPA-g-PEO-10: PNIPA-co-GMA and NH2-PEO were dissolved in 1,4-dioxane and the 
reaction mixture was stirred at refluxing temperature for 3 days (72 h). The reaction 
mixture was cooled to room temperature, and diethylamine was added to quench the 
excess epoxide groups. The mixture was stirred for 2 h. The grafted polymer was isolated 
by precipitation into diethyl ether.  
  
PNIPA-g-PEO-79, 57, 51 and 43: PNIPA-co-NASI and NH2-PEO were dissolved in 1,4-
dioxane and the reactions were carried out for 5-66 h at a temperature range from 35 oC to 
the refluxing temperature. After this the reaction mixture was cooled at room temperature. 
Isopropylamine was added to consume unreacted NASI in a period of 2 h. 
 
 
All the graft copolymers were purified in dialysis and dried in vacuum.  
 
 

Table 1. Characteristics of PNIPA-g -PEOs. 

sample comonomer or NH2-PEO PEOb) PEO Mw x 10-5 Mw/Mn

in feed in polymera)

              mol% <N> wt% gmol-1

PNIPA-co -GMA 5.0 1.5 1.80c) 3.4e)

PNIPA-g -PEO-6/15 2.3 0.38 6 17 2.16d)

PNIPA-g -PEO-7/29 2.3 0.44 7 19 2.22d)

PNIPA-g -PEO-10 3.0 0.6 10 25 2.40d)

PNIPA-co -NASI 2.5 4.0 1.90c)

PNIPA-g -PEO-43 5.3 2.5 43 57 4.48d)

PNIPA-g -PEO-51 5.3 3.0 51 61 4.96d)

PNIPA-g -PEO-57 5.3 3.3 57 65 5.32d)

PNIPA-g -PEO-79 5.3 4.0 79 72 6.64d)

a) determined by 1H-NMR or 13C-NMR

b) determined by 13C-NMR
c) measured by static laser light scattering
d) calculated by Mw(backbone polymer) + number of PEO grafts x Mw(PEO)
e) measured by SEC  
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2.1.2. Poly(N-isopropylacrylamide)-block-poly(ethyleneoxide) copolymers:  
PNIPA-b-PEO 

 
Macroazoinitiators MAI550 and MAI1900: The preparation of macroazoinitiators was 
conducted in two steps. Firstly, azobis(4-cyanopentanoicacid) was converted to the 
corresponding acyl chloride, 4,4’-azobis(4-cyanopentanoylchloride), by the method of 
Smith.122 ACPA was treated with phosphorous pentachloride in a molar ratio of 1:2 in 
benzene at room temperature. Secondly, MAI was prepared by condensation reaction of 
ACPC and poly(ethyleneglycolmonomethylether), Mw = 550 or 1900 g/mol, (HO-PEO) in 
dichloromethane in the presence of an excess of triethylamine for 24 h. MAI550 was 
purified from unreacted HO-PEO and azoinitiator having only one PEO chain by dialysis 
(cutoff 1000) for 10 days at 5 oC. MAI1900 was purified by ultrafiltration (cutoff 10000).  
 
PNIPA-b-PEOs: The copolymers were synthesised using the macroazoinitiators, MAI550 
and MAI1900, in dioxane at 65 oC for 20 h. The block copolymers were precipated into 
diethyl ether. The purification of the copolymers was conducted by centrifugation 
repeated 5 times in water at 50 oC. The copolymers were dried in vacuum. In the text, the 
copolymers containing PEO blocks with Mw 550 g/mol or 1900 g/mol are simply called 
those with a short or a long PEO block, respectively. Block copolymers having an equal 
PEO block are called a copolymer set. 
 
 

Table 2. Characteristics of PNIPA-b -PEOs.

sample n(NIPA) MAI1900
a) MAI550

a) solvent Mn(PNIPA)b) NIPA/EOc)

mmol mol% mol% ml gmol-1

NE-A 17.7 0.01 20 734000 151

NE-B 17.7 0.1 20 334000 69

NE-C 8.8 1 10 61000 13

NE-1 17.7 0.01 20 345000 244

NE-2 17.7 0.1 20 151000 107

NE-3 8.8 1 10 39000 27

a) concentrations of MAIs are shown as molar percentages of NIPA

b) determined by 1H-NMR
c) molar ratio of NIPA and EO repeating units in the blocks  

 
 
 
2.1.3. Poly(N-isopropylacrylamide)-block-poly(sulfobetaine) copolymer: 

PNIPA-b-PSPP 
 
The block copolymer was received from the group of Professor André Laschewsky in 
Belgium. The copolymer was prepared by a RAFT polymerisation technique first 
synthesising the PNIPA block. After the purification of the PNIPA block, N,N-dimethyl-
N-3-methacrylamidopropyl ammoniopropanesulfonate (SPP) was polymerised to the 
chain end. The block copolymer was purified by dialysis. Molar masses of the blocks were 
determined viscometrically and by 1H-NMR, Mη(PNIPA) = 10800 g/mol and Mn(PSPP) = 
9700 g/mol, respectively.  
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2.2. Preparation of the aqueous polymer solutions 
 
 
 
2.2.1. Polymer solutions in water  
 
Aqueous stock solutions of the graft and block copolymers were prepared by dissolving 
the dry polymer in a known amount of water. No aggregate formation at room temperature 
was observed after dissolution. All the samples were diluted from the stock solutions and 
freed from dust by filtration or centrifugation before the measurements.  
 
 
2.2.2. Solutions containing salt 
 
A known amount of sodium chloride solution was added to an aqueous solution of 
PNIPA-b-PSPP in order to obtain a desired salt concentration. While adjusting the salt 
concentration, the polymer concentration was kept constant by adding a proper amount of 
a concentrated polymer solution. Before mixing, the solutions were freed from dust by 
filtration.  
 
 
2.2.3. Solutions containing a spin or a fluorescent probe 
 
Samples (1): Aqueous polymer samples were prepared by first dissolving the copolymer 
and the probe separately in chloroform. Known amounts of polymer and probe solutions 
were carefully mixed, and the solvent was evaporated with a stream of air. Then, known 
volumes of water were added on the thin films of polymer containing the probe. The 
solutions with 4-(dicyanomethylene)-2-methyl-6-(p-dimethylaminostyryl)-4H-pyran 
(4HP) were kept in the refrigerator for 24 h, and the ones with 5-doxylstearicacid (5-DSA) 
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and 16-doxylstearicacid (16-DSA) at room temperature for a week for complete 
dissolution. The resulting samples were studied by dynamic light scattering (DLS). At 
room temperature, the polymers formed aggregates independent of whether the sample 
contained the probe or not. Therefore, the aggregation does not solely depend on the 
nature, i.e. hydrophobicity, of the probe but the method of the sample preparation plays an 
important role in the intermolecular binding of the polymers. In a film formation during 
the evaporation of chloroform, hydrogen bonds may form between the polar groups of the 
polymers, this leading to aggregates. 
 
Samples (2): A known amount of the probe dissolved in chloroform or ethanol was placed 
into a vessel or in 1 mm o.d. glass capillary and the solvent was evaporated. The aqueous 
copolymer solution with a fixed polymer concentration was added. The solutions with 
4HP were kept in a refrigerator for 3 days in order to dissolve an equilibrium amount of 
the probe in the polymer solution. The samples with 5-DSA were diluted with the polymer 
solutions until the broad singlet line due to the insolubilised probe could not longer be 
detected in the EPR spectrum. At room temperature these samples showed no aggregate 
formation by DLS. 
 
The water used for all the measurements was purified and deionised in an Elgastat UHQ-
PS purification system. 
 
 

H3C (CH2)17-n (CH2)n-2 COOHC

O N   O

NO

NC CN
C

CH       CH

4HP 5-DSA or 16-DSA

n = 5 or 16

 
 
 
 
 
 
2.3. Heating rates of the samples 
 
 
In the slow heating and cooling, the samples were equilibrated at each temperature before 
measurement. The heating rates 0.1 and 0.2 oC/min were mainly used. 
 
In the fast heating and cooling, the samples were placed from ambient temperature into a 
preheated or precooled sample holder and equilibrated at least for 20-25 minutes before 
measurement. 
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2.4. Instrumentation 
 
 
1H- and 13C-NMR spectra of the synthesised polymers were measured with a 200 MHz 
Varian Gemini 2000 spectrometer using deuterated chloroformI-III, VI or deuterated 
acetoneIV as a solvent. Kinetic measurements were conducted at 70 oC in deuterated 
dioxane with a 300 MHz Varian UNITYINOVA spectrometer.IV  
 
Static light scattering (SLS)I,II,IV,VI  and dynamic light scattering (DLS)I-III,V,VI 
measurements were conducted with a Brookhaven Instruments BI-200SM goniometer and 
a BI-9000AT digital correlator. The light sources were a Spectra Physics Model 127 
Helium/Neon laser (632.8 nm, 35 mW)I,II and a Lexel 85 Argon laser (514.5 nm, power 
range 15-150 mW)III-VI. The refractive index increments were calculated using the 
equation123 

 
dn/dc = wA(dn/dc)A + wB(dn/dc)B 

 
in which wA and wB are the mass fractions of pure polymers PNIPA and PEO, and 
(dn/dc)A and (dn/dc)B their refractive index increments, respectively. Time correlation 
functions were analysed with a Laplace inversion program CONTIN.  
  
Fluorescence spectra were recorded using a Spex Fluorolog 3 spectrofluorometer at right 
angles.III,VI Samples were excited at 469 nm. The slit widths were set at 2.0 nm for both 
the excitation and emission.  
 
Electron paramagnetic resonance (EPR) spectra were recorded with a Varian E4 
spectrometer.II,III Microwave power 1 mW and modulation amplitude 1 G were used.  
 
Phase transition temperatures and the corresponding enthalpy changes of the copolymers 
were measured with a NANO differential scanning calorimeter (DSC) from Microcal.II 
 
Reduced viscosities of the polymer solutions were measured with a modified Ubbelohde 
viscosimeter.II 
 
Turbidimetric measurements were conducted with a Shimadzu UV-1601PC 
spectrophotometer (UV) at a wavelength of 550 nm.VI 

 
Size exclusion chromatograph (SEC) measurements were conducted with a Waters 
equipment using a Waters 2410 refractive index detector.I,IV,VI Poly(ethyleneoxide)VI, 
poly(methyl methacrylate)IV and polystyreneI standards were used for the calibration. 
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3. Copolymers of poly(N-isopropylacrylamide) grafted with 
poly(ethyleneoxide)I-IV 

 
 
 
 
 
Graft copolymers were prepared in two steps, see Scheme 2. Firstly, functional backbone 
copolymers were synthesised by free radical copolymerisation of NIPA and either GMA 
or NASI. Secondly, PEO with a terminal amino group was attached to the main chain by a 
condensation reaction with the functional groups. The monomers NASI and GMA were 
chosen as functional groups because their reactivity toward primary amine groups is 
relatively high.124-126 The reactivity ratios of the comonomers determine the distribution of 
the functional comonomer along the PNIPA chain and thus, the kinetics of the 
copolymerisation of GMA with NIPA were studied in detail.  
 

NIPA
GMA

or
NASI

+
1 2

PEO
NIPA

GMA
or

NASI
+NIPA

GMA
or

NASI
+

1 2

PEO

 
 

Scheme 2. Synthesis of the graft copolymers in two steps: (1) Copolymerisation of 
NIPA and GMA or NASI, and (2) grafting of PEO to the polymer backbone. 

 
 
The solution properties of amphiphilic copolymers can be changed by modification with 
PEO. Several studies on double hydrophilic copolymers containing both PNIPA and PEO 
have recently been carried out.1,142-147  For instance, Qiu et al.1 prepared a PNIPA-g-PEO 
graft copolymer with high molar mass, and also studied the coil-to-globule transition of a 
single chain. Lin et al.147 prepared various block and star copolymers of PNIPA and PEO. 
In the investigation of these copolymers, the former group used an extremely low polymer 
concentration, whereas the latter group used fairly high polymer concentration, ~20 wt%, 
for the study of the thermal gelation of these copolymers.  
 
In the present work, the graft copolymers with the molar masses of several hundred 
thousands had broad molar mass distributions (see Table 1). This chapter summarises the 
thermal properties of the aqueous copolymers, especially focusing on the effect of the 
number of PEO grafts on the shrinking and the collapse of the PNIPA main chain during 
heating. The studies were conducted by static (SLS) and dynamic (DLS) laser light 
scattering, fluorescence and electron paramagnetic resonance (EPR) spectroscopies. 
Among these techniques, fluorescence spectroscopy owing to its high sensitivity is an 
ideal method to study dilute solutions of amphiphilic polymers. Especially, the formation 
of hydrophobic microdomains in water-soluble polymers may well be detected by 
incorporating fluorescent probes into the samples.86,148-152 Similarly, the interactions 
between paramagnetic probes and the polymers, as well as the mobility of the polymers 
can be studied by EPR.  
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3.1. Grafting of poly(N-isopropylacrylamide) with poly(ethyleneoxide) 
 
 
 
3.1.1. Kinetic studies on the copolymerisation of N-isopropylacrylamide and 

glycidylmethacrylate 
 
NIPA and GMA were batch copolymerised in deuterated dioxane, varying the molar ratios 
of the monomers in the feed. The kinetics of copolymerisations were studied by 1H-NMR 
spectroscopy by following the disappearance of the resonance lines of the vinyl protons of 
the monomers. After the polymerisation reactions, the polymers were precipitated and 
analysed.  
 
Reactivity ratios were determined using both Fineman-Ross (F-R)127 and extended Kelen-
Tüdős (ex. K-T)128 methods. Values obtained by these two ways were, r1=0.39, r2=2.69 
and r1=0.30, r2=2.66, respectively. In both cases, r1r2~1 which is indicative of an ideal 
copolymerisation resulting in a first-order Markov distribution of the monomers in the 
final copolymer. The dependencies of the instantaneous copolymer compositions, F, on 
the initial comonomer feed compositions, f,  are shown in Figure 1. Table 3 shows the 
calculated copolymerisation rates. 
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Figure 1. Dependence of the instantaneous copolymer 
composition, F, on the initial comonomer feed composition, f. Full 
symbols (circles for GMA and diamonds for NIPA) represent the 
values obtained from the precipitated polymers, and open symbols 
represent the values from the 1H-NMR measurements during the 
polymerisation. 

 
 

 



 

 
 

16

Table 3. Rates of copolymerisations of NIPA and GMA. Dependence of the 
individual (Rp,NIPA and Rp,GMA) and overall (Rp,tot) rates of polymerisation 
on the molar ratios of monomers in the feed.

sample                feed Rp,NIPA x 106 Rp,GMA x 106 Rp,tot x 106 a) Rp,tot x 106 b)

NIPA GMA

              mol%  mol s-1 l-1  mol s-1 l-1  mol s-1 l-1  mol s-1 l-1

PNIPA 100 - 1.37 - 1.37 1.37
N-co -G-2 95 5 1.28 1.17 1.98 2.17
N-co -G-3 66 34 1.10 2.73 2.89 3.29
N-co -G-4 45 55 0.75 5.24 4.71 5.29
N-co -G-5 18 82 0.37 7.96 7.32 7.81
PGMA - 100 - 10.8 10.8 10.8

a) r1 and r2 from Fineman-Ross
b) r1 and r2 from extended Kelen-Tüdös  

 
 
Owing to the different reactivities of the two monomers it was concluded that a copolymer 
with a homogeneous distribution of monomers may be obtained not by a batch reaction, 
but by slowly and continuously adding GMA into the polymerising reaction mixture. The 
functional backbone copolymer PNIPA-co-GMA used for the grafting reactions was 
prepared by the continuous addition of GMA (total amount 5 mol% to monomers) into the 
reaction mixture resulting in the copolymer with 1.5 mol% of functionality. It was 
expected that a copolymer where the functional groups were evenly distributed along the 
PNIPA main chain was obtained. 
 
 
 
3.1.2. Grafting reactions 
 
Amphiphilic graft copolymers containing poly(ethyleneoxide) as a hydrophilic graft have 
been synthesised and studied.1,117,129-132 The simplest way to attach PEO grafts to a 
polymer backbone is by radical copolymerisation of a given monomer with a methacrylate 
end capped PEO macromonomer. However, this synthetic method often results in 
branching and crosslinking, and the desired linear graft copolymer is difficult to 
obtain.133,134  This was also the case in this work when NIPA was copolymerised with 
PEO-methacrylate under different reaction conditions. For instance, the polymerisation in 
water resulted in gel formation within a few minutes, whereas in THF no polymer or just 
oligomers were obtained.135 Poly(ethyleneoxide) is an effective chain transfer agent in 
several radical polymerisation reactions.136-138 The prevention of crosslinking and/or 
branching of any kind in the graft polymer was one of the aims in this work.  
 
The preparation of a well-defined functional polymer and its subsequent substitution with 
a reactive graft is a way to obtain a graft copolymer without side reactions. The 
copolymerisation with NIPA and NASI was carried out as a batch reaction, whereas GMA 
was slowly added in drops into the polymerisation mixture. The latter method was 
expected to produce a copolymer with a random distribution of GMA units in the 
backbone. 
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In the grafting reactions, long reactions times and an excess of NH2-PEO (see Table 1) 
were required due to the shielding effect of a long PEO chain around the amino group.139 
The graft copolymers with varying amounts of PEO chains were synthesised in an organic 
solvent, except PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29 which were prepared in 
water. Both  PNIPA and NH2-PEO are well soluble in dioxane whereas in water the 
solubilities of the polymers depend strongly on temperature. The reaction of NH2-PEO 
with NASI proceeded quickly making the adjustment of the number of PEO grafts more 
difficult than expected. The characteristics of the copolymers are shown in Table 1. 
 
For the following discussion, it is pointed out that the differences in the behaviour of the 
graft copolymers derived from PNIPA-co-GMA and PNIPA-co-NASI are due to a 
considerable difference in the number of PEO grafts but not to the choice of the reactive 
comonomer. 
 
 
 
 
 
3.2. Thermal properties of poly(N-isopropylacrylamide)-graft-

poly(ethyleneoxide) copolymers in water 
 
 
 
3.2.1. Light scattering measurements of the collapse of the copolymers 
 
The functionalised copolymers PNIPA-co-GMA and PNIPA-co-NASI with a polymer 
concentration Cp = 1.0 g/l phase separated from water at their critical temperatures 31.0 ± 
0.1 and 31.8 ± 0.1 oC, respectively. The low LCST of the former copolymer resulted from 
the hydrophobic nature of the comonomer. The number of the PEO grafts in the PNIPA 
chain had an influence on the LCST; the critical temperatures of the aqueous solutions 
with Cp = 1.0 g/l for PNIPA-g-PEO-6/15, -7/29, -10, -43, and –51, were 32.5, 33.5, 33.8, 
33.7 and 34.7 oC, respectively. The collapse of the copolymers became more gradual close 
to LCST in the course of increasing the amount of PEO. This has been observed also in an 
investigation on PNIPA-PEO block copolymers and microgels.143,144 The increase in 
LCST with increasing PEO content reflects the competition between the hydrophobic 
interactions and the solubilising effect of PEO. Although the polymer particles are covered 
with a PEO shell, PNIPA and PEO can not be totally phase separated owing to the 
architecture of the polymer.  
 
The LCST of the solutions was also dependent on polymer concentration. The critical 
temperature of aggregation slightly increased with decreasing Cp, the increase of LCST, 
however, being more notable as the number of PEO grafts increased. For example, the 
concentration change from 0.1 to 5.0 g/l caused merely ~ 1.4 °C decrease in the critical 
temperature of a PNIPA-g-PEO-10 solution, whereas in the case of PNIPA-g-PEO-43, a 
smaller variation in concentration, from 0.1 to 1.0 g/l of solutions, induced a difference in 
the LCST higher than 2 °C. Also, the collapse seemed to be less abrupt with decreasing 
Cp. The dilution of the solution increases interparticle distances between the polymers, 
which favours the intramolecular interactions over the intermolecular attractions. On the 
other hand, the dilution also enhances the surface stabilisation of the polymer particles by 
PEO. 
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It has been observed that the heating rate of the sample affects the resulting aggregate size 
above the LCST.1,135 During fast heating, individual polymer chains have less chance to 
aggregate with each other before the collapse, this resulting in aggregates with smaller 
size than those induced by the slow heating. However, the differences between the LCST 
of the copolymers did not depend on the heating rate. The polymer solutions with Cp = 1.0 
g/l were heated fast to 45 °C and stabilised at that temperature for 2 hours before 
measurements (see Chapter 2.3.). Interestingly, the average hydrodynamic sizes of the 
aggregates of the copolymers were similar but their size distribution broadened with 
increasing amount of PEO. The intensity of the light scattered by the aggregates decreased 
with increasing PEO content of the polymers, thus indicating that the average density of 
the particles decreased. This may be due to the capability of PEO to partially prevent the 
collapse of the PNIPA chains. It is also possible that through the whole sample series the 
aggregation number, <N>agg, decreases as the PEO content increases, as was shown to be 
the case with two polymers with the lowest number of PEO grafts. 
 
At 45 oC, the <Rh>agg, average molar masses, <Mw>agg, and <ρ>agg of two copolymers 
with the lowest number of PEO grafts decreased upon dilution. The values of <Rg>/<Rh> 
are close to that of a hard sphere, 0.778. With decreasing polymer concentration the ratio 
<Rg>/<Rh> decreases, even below that of a hard sphere. Wu et al. studied single PNIPA 
chains in an extremely dilute solution (~ 5 µg/ml), and stated that the low value for the 
<Rg>/<Rh> equal to 0.62 was due to a higher chain density at the center than near the 
surface.29 This is an obvious conclusion also in the present case, at low polymer 
concentrations. The differences of these two polymers will be discussed in Chapter 3.3. 
However, it is concluded that dilution enhances the surface stabilisation of the shrinking 
chain, thus leading to smaller aggregates. 
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Figure 2. Concentration dependence of the average hydrodynamic 
radius, <Rh>, (open symbols) and weight average molar mass, 
<Mw>, (full symbols) of the aggregates of (a) PNIPA-g-PEO-6/15 
and (b) PNIPA-g-PEO-7/29.  

 
 
Raising the temperature from 45 oC up to 60 °C resulted in further shrinkage of the 
aggregates but the <Mw>agg did not change.135 Therefore, the PEO shell on the surface of 
the aggregate was capable of preventing further association. Figure 3 shows the formation 
of aggregates of PNIPA-g-PEO-51 followed by their shrinking with a gradual raise in 
temperature. After the aggregates are formed and stabilised with a sufficient amount of 
PEO, the aggregate core started to compress. Water inside the core was further expelled, 
and the density of the core increased.  
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Figure 3. Formation of an aggregate and the dependence of its 
average hydrodynamic radius, <Rh>, on temperature. The studied 
polymer was PNIPA-g-PEO-51 with Cp = 1.0 g/l. Above, a model 
describes steps of the formation of the aggregates and its 
shrinking upon slow heating from (a) 20 oC to (b) 45 oC and to (c) 
60 oC. 

 
 
Some aggregated polymer solutions were diluted with water, keeping the temperature 
constant at 45 oC. The diluted samples were equilibrated for 24 hours, and <Rh>agg was 
remeasured. The purpose was to study whether the aggregates once formed decompose or 
not upon dilution. The sizes of the aggregates only slightly decreased with decreasing Cp 
which means that the aggregates once formed do not easily reorganise upon dilution.  This 
implies that polymer chains in the aggregates core are kinetically trapped. 
 
 
 
3.2.2. Fluorescence spectroscopy of the copolymers 
 
The fluorescent probe 4HP used in this work exhibits an intramolecular charge transfer 
(ICT) property. 4HP contains both electron donor and acceptor moieties linked by an 
aromatic chromophore. Because both twisting and charge separation are involved in the 
formation of intramolecular charge transfer states, the fluorescence emission of 4HP is 
sensitive both to the solvent polarity and the microviscosity of the medium.153-161 The 
sensitivity of 4HP to local changes in its environment makes it possible to study the 
formation, structure and stability of hydrophobic microdomains in a polymer system. 4HP 
is practically non-soluble in water but dissolves together with the polymer and localises in 
the hydrophobic domains of the polymer. 
 
The samples for the fluorescence measurements were prepared by the method for the 
samples (1), see Chapter 2.3.3. The copolymers formed aggregates at room temperature.  
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Upon heating, the intensities of the emission bands increased drastically at the phase 
separation temperatures of the copolymers indicating an increase in the microviscosity of 
the surroundings of the probe. The effect of light scattering on the emission intensity at T 
> LCST was observed to be negligible. Firstly, the samples were heated slowly, with a 
heating rate 0.2 °C/min. Figure 4A shows the maxima of the emission intensity of the 
probe, IE,max, of different samples as a function of temperature. The increase in the 
emission intensity is highest in the case of PNIPA-co-GMA, and the PEO grafts slow 
down the increase. It is concluded that the collapse of the aggregate is increasingly 
prevented by the increasing number of PEO grafts inside the aggregates, this lowering the 
density of the core. This is well in accordance with the light scattering studies discussed in 
Chapter 3.2.1. During the compression of the copolymers, the environment around the 
probe changed to less polar than that at room temperature. This was observed as a shift of 
the emission bands to shorter wavelengths; above the critical temperature the wavelengths 
of IE,max, λmax, were around 600 nm for every sample. However, no particular dependence 
of the shift on the grafting degree was observed.  
 
Secondly, the evolution of the emission bands of the samples was followed with time 
when the samples were placed to a preheated sample holder at 45 oC. In all the samples, 
the intensity first increased fast, the increase slowing down with time. The changes in the 
surroundings of the probe decreased with increasing content of PEO, see Figure 4B. 
Contrary to the slow heating experiments, the shift of the emission bands to shorter 
wavelengths upon heating was larger as the number of PEO grafts in the copolymer 
decreased. PEO increases the solubility of PNIPA in water especially at low temperatures, 
therefore the changes in polarity due to the collapse of PNIPA become more distinct as the 
amount of PEO increases. 
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Figure 4. Normalised maximum intensities of the emission spectra of 4HP, IE,max, during (A) slow 
and (B) fast heating of aqueous polymer solutions: (a) PNIPA-co-GMA; (b) PNIPA-g-PEO-6/15; (c) 
PNIPA-g-PEO-7/29; (d) PNIPA-g-PEO-10.   
 
 
As the polymer concentration increased the changes in the microviscosity in the vicinity of 
the probe increased and the time for the stabilisation of the collapse of the polymer 
extended. This is because the diffusion of water out from the aggregate core determines 
the rate of collapse and an increase of the polymer concentration slows down the 
diffusion. Also, increasing the polymer concentration increases the size of the aggregates 
and thus, the collapse is slower. 
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3.2.3. EPR spectroscopy of the copolymers 
 
Nitroxide spin probes derived from fatty acids have commonly been used to study 
organised structures such as lipid bilayer membranes or synthetic liquid crystals.162 5-
doxylstearicacid and 16-doxylstearicacid used as spin probes are amphiphiles whose 
solubility in water increases with temperature. The capability of the graft copolymers to 
solubilise the spin probes at room temperature and during the collapse of the PNIPA main 
chain was studied. The amphiphilic spin probes were expected to localise into more polar 
parts of the polymers than the fluorescent probe 4HP.  
 
The sample preparation method determines the association behaviour of the polymer as 
already discussed, but also the localisation of the probe. Baglioni et al.163 have studied 
micelles of non ionic detergents containing aliphatic and oligo(oxyethylene) segments. 
They showed that a doxylstearate is predominantly localised in the oligo(oxyethylene) part 
of the micelle. Correspondingly in this work, the nitrogen hyperfine coupling constant, aN, 
of the samples (1) was 15.6 G, and that of the samples (2) was 16.4 G at room 
temperature. The former value approaches the coupling constant observed in a single 
crystal and the latter is close to that typical for nitroxides in water.27,88 It is concluded that 
the radicals are located either in the outer PEO shell of the polymers (aN 16.4 G) or deeper 
inside, close to the PNIPA-PEO interface (aN 15.6 G). The probes 5-DSA and 16-DSA did 
not show any difference in their coupling constants. 
 
Upon heating, no detectable dissolution of the probe into the hydrophobic core of the 
collapsed polymer was observed, but all the measured EPR spectra were motionally 
narrowed ones consisting of three sharp lines. Also, no changes in the aN values of the 
probes in either sample set during the collapse was detected.  
 
However, an increase in the rate of rotational motion of the probe was detected. The 
nitroxides residing in a fairly nonpolar surroundings in the samples (1) showed only a 
typical thermal activation in the rate of their rotational motion, and gave similar results for 
every copolymer. Nitroxides close to the aqueous phase in the samples (2), however, 
showed a discontinuous increase in the rate of rotational diffusion upon increasing 
temperature. The interpretation of the collapse of the samples (2) will be discussed in 
Chapter 3.3.4.  
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3.3. Copolymers grafted in water 
 
 
Recent theoretical studies suggest that copolymers consisting of structural units with 
different solubilities may remember their conformations taken during the synthesis.17 
These polymers are called “protein-like copolymers”. Experimentally, this could be 
realised for instance by imprinting of chemically crosslinked gels during the 
polymerisation. In this work, the chain conformation of the functional backbone 
copolymer PNIPA-co-GMA during the grafting was expected to have an influence on the 
distribution of the PEO chains along the backbone. In aqueous solution, depending on the 
reaction temperature the attachment sites for PEO may be expected to be located either on 
the surface of the shrunken PNIPA-co-GMA chain (T ~ LCST), or randomly throughout 
the polymer coil (T << LCST), see Scheme 3. It is pointed out that the degree of grafting 
is low compared to the number of reactive groups in PNIPA-co-GMA, see Table 1 and 
thus, different distributions of the substituents in principle are possible. It was of interest 
to see whether the different distribution of the PEO grafts on the PNIPA main chain 
influences the thermal properties of the polymer and furthermore, whether the polymer 
grafted at elevated temperature is capable to retake the compressed conformation in which 
it was synthesised when aqueous solutions are heated.  
 

T=15°C

a b c

T=29°C

 
 

Scheme 3. A model of the grafting of functional copolymers by PEO at two different 
temperatures in water: (a) before grafting; (b) after grafting; (c) at room temperature.  

 
 
 

3.3.1. Light scattering measurements of the collapse of the copolymers 
 
The phase separation of the graft copolymers during the slow heating was discussed 
earlier. It was concluded that the critical temperature of polymer solution increased with 
increasing content of PEO in the polymer, however, the biggest shift was observed at low 
grafting degrees. Both copolymers grafted in water, PNIPA-g-PEO-6/15 and PNIPA-g-
PEO-7/29, showed a sharp increase in the scattered light intensity from aqueous solution 
with Cp = 1.0 g/l at 32.5 and 33.5 oC, respectively. One degree difference in the critical 
temperatures is significant taken into account the low number of grafts (see Chapter 
3.2.1.). Therefore, it was assumed that the copolymer grafted at elevated temperature is 
more effectively stabilised by the PEO grafts close to its LCST than the polymer grafted at 
lower temperature. 
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The aqueous solutions of these two copolymers were heated fast to 45 oC. The size of the 
aggregates was not directly proportional to the number of the PEO grafts. PNIPA-g-PEO-
7/29 formed the smallest aggregates, and the size distribution of these particles were very 
narrow at every concentration, see Figure 5. 
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Figure 5. Size distribution of the aggregates at 45 oC. Polymer 
concentration 1.0 g/l. (a) PNIPA-g-PEO-6/15; (b) PNIPA-g-PEO-
7/29; (c) PNIPA-g-PEO-10 is used as a reference though it was 
grafted in an organic solvent. 

 
 
These observations support the hypothesis that the distribution of PEO chains along the 
PNIPA chain is different in every sample. The observed differences in the aggregate sizes 
indicate that the polymers tend to retake the conformation in which they have been 
synthesised. 
 
 
 
3.3.2. Viscosimetric measurements of the collapse of the copolymers 
 
Aqueous PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29 solutions with Cp = 1.0 g/l were 
studied viscometrically as a function of temperature, see Figure 6. Since flow field tends 
to break the aggregates it is possible to observe the shrinking of the individual chains in 
the course of the temperature raise. The reduced viscosity, ηsp/c, of copolymer solutions 
approaches zero when the copolymers are in their fully collapsed, compact state and flow 
freely with water through the capillary. The difference in the LCSTs of the copolymers is 
parallel with that measured by light scattering. Above the critical temperature, ηsp/c 
increases indicative of the aggregate formation. Notably, at low temperatures the reduced 
viscosity of the PNIPA-g-PEO-6/15 is much higher than that of the PNIPA-g-PEO-7/29. 
This suggests that in a flow field the latter polymer adopts a more compact conformation 
than the one with fewer PEO grafts. The most obvious reason for this is a different 
distribution of the grafts on the PNIPA backbone. With increasing temperature it is 
expected that the PEO chains are more localised on the coil surface in PNIPA-g-PEO-7/29 
than in PNIPA-g-PEO6/15. 
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Figure 6. Reduced viscosities versus temperature of aqueous 
polymer solutions of (a) PNIPA-g-PEO-6/15 and (b) PNIPA-g-
PEO-7/29. Polymer concentration 1.0 g/l. 

 
 
 
3.3.3. Fluorescence spectroscopy of the copolymers 
 
Aqueous PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29 solutions containing a fluorescent 
probe were heated fast and slowly to 45 oC, see Figures 4A and 4B. As discussed earlier, 
the changes in the microviscosity sensed by the probe decreased with increasing number 
of PEO grafts. However, the exception in this order was PNIPA-g-PEO-7/29 which 
showed the highest increase in the emission intensity when the samples were heated fast. 
In addition, the polarity in the surroundings of the probe, observed as a change in ∆λmax, 
changed most (∆λmax~ 17 nm) upon the compression of PNIPA-g-PEO-7/29 during the 
slow heating. PNIPA-g-PEO-6/15 exhibited only a 4 nm blue shift in the emission band 
upon the collapse.  
 
The shrinking copolymer and its aggregates have time to take stabile conformations when 
the samples are heated slowly. Thus, the structural differences between the copolymers 
may be observed. PNIPA-g-PEO-7/29 may contain long strands of PNIPA segments not 
mixed with PEO. This possible structure is illustrated in Scheme 3c. These strands should 
be capable of compressing more tightly than the polymers in which PNIPA and PEO are 
more randomly mixed. It may be concluded that the polymer grafted in an aqueous 
solution at a temperature close to the LCST has the highest ability to collapse. 
 
 
 
3.3.4. EPR spectroscopy of the copolymers 
 
The amphiphilic spin probe 5-doxylstearicacid, 5-DSA, was dissolved in polymer solution 
using the preparation method for the samples (2). 5-DSA dissolved spontaneously from 
the wall of the sample cell, and localised in an outer part of the PEO shell of the aggregate 
(aN 16.4 G). The aqueous samples of PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29 were 
heated slowly from room temperature to near 50 oC. The hyperfine coupling constant did 
not vary during the collapse, but the probe showed a discontinuous change in its rotational 
motion. The logarithmic rotational correlation times (τR) of the probes, estimated with the 
classical Kivelson formalism164 are shown against inverse temperature in Figure 7. The 
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correlation times first increase with temperature, then suddenly decrease close to the 
critical temperature, and start to increase again above the LCST. The interpretation of the 
data is as follows. Hydrophobic interactions increase in strength when the temperature is 
raised; the binding of the probe to the hydrophobic parts of the polymer explains the 
slowing down of the rotational motion of the label with increasing temperature when 
temperature is well below or above the LCST. Owing to the increasing water solubility of 
the probe with increasing temperature, the nitroxides diffuse out of the polymer core 
during the collapse of the PNIPA chain, this leads to an abrupt decrease of the correlation 
time. The activation energy of the rotational motion of a spin probe, Ea, can be estimated 
from the slope of a straight line in an Arrhenius plot. In the present case it is assumed that 
the Ea values calculated from the data in the temperature range where the PNIPA chain 
collapses, i.e. between the inflection points, may be used as indicators of the activation 
energies of the diffusion of the probe out from the polymer core. 
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Figure 7. Logarithmic rotational correlation times, τR, of 5-DSA 
and 16-DSA versus inverse temperature of aqueous polymer 
solutions. (a) 5-DSA in PNIPA-g-PEO-6/15 and (b) 5-DSA in 
PNIPA-g-PEO-7/29 solutions at Cp = 1.0 g/l. (c) 5-DSA in PNIPA-
co-GMA, PNIPA-g-PEO-6/15, PNIPA-g-PEO-7/29 and PNIPA-g-
PEO-10 and (d) 16-DSA in PNIPA-co-GMA, PNIPA-g-PEO-6/15, 
PNIPA-g-PEO-7/29 and PNIPA-g-PEO-10 solutions at Cp = 0.1 g/l. 
(a) and (b) were prepared by the method for samples (2), and (c) 
and (d) for samples (1).  
 
 

Two important conclusions may be drawn. Firstly, the collapse of PNIPA-g-PEO-7/29 
occurs in a wider temperature range than that of PNIPA-g-PEO-6/15. This is in good 
agreement with the results of the light scattering measurements which show that 
increasing the number of PEO grafts makes the conformational change more gradual. The 
data in general shows the same tendency as the viscosity data shown above. Secondly, the 
activation energies Ea of the probe diffusion are 45 J/mol and 115 J/mol for PNIPA-g-
PEO-7/29 and PNIPA-g-PEO-6/15, respectively. This implies that the amphiphilic 
nitroxide probe diffuses more easily out from the copolymer with 7 PEO grafts than from 
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that with 6 grafts. Evidently the hydrophobic core in which the hydrophobic tail of the 
probe may be embedded is bigger in PNIPA-g-PEO-6/15 than in PNIPA-g-PEO-7/29. 
 
 
 
3.3.5. Calorimetric measurements of the collapse of the copolymers 
 
The kinetics of the collapse of PNIPA have been studied calorimetrically by Schild et 
al.165 and Grinberg et al. 166 The breakage of hydrogen bonds formed by ordered water 
molecules around PNIPA taking place upon heating is an endothermic process. The 
solubilising effect of an additional PEO chain is observed in the microcalorimetric 
measurements. The transition temperatures of the collapse were 33.5 and 34.3 °C for 
PNIPA-g-PEO-6/15 and PNIPA-g-PEO-7/29, respectively. Interestingly, it was observed 
that PNIPA-g-PEO-6/15 exhibited an enthalpy change (2.5 kJ/mole of repeating NIPA 
unit) twice that of PNIPA-g-PEO-7/29 (1.3 kJ/mol). Typical ∆H values for pure PNIPA in 
water vary in the range 1-7 kJ/mol.165,166 The difference in ∆H for PNIPA-g-PEOs in this 
work is high, taking into account the small difference in the chemical structure of the 
polymers. This is in good agreement with the conclusion from the EPR and viscometric 
measurements that the hydrophobic core is bigger in PNIPA-g-PEO-6/15 than in PNIPA-
g-PEO-7/29 in which PEO grafts are concentrated on the surface of the coil. 
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4. Block copolymers: PNIPA-b-PEOVI and PNIPA-b-PSPPV 
 
 
 
 
 
This chapter deals with two kinds of block copolymers in which one of the blocks is the 
same, i.e. PNIPA. Firstly, PNIPA-b-PEO block copolymers were synthesised. Their 
thermal behaviour and aggregate formation have been studied by static and dynamic light 
scattering and fluorescence spectroscopy. The purpose was to explore the effect of the 
length of PEO with respect to that of PNIPA on the formation of core-shell nanostructures.  
Secondly, a block copolymer in which the another block is a polysulfobetaine, poly(N,N-
dimethyl-N-3-methacrylamidopropyl ammoniopropanesulfonate), shortly PSPP, has been 
studied in water and in saline aqueous solutions by dynamic light scattering. 
Polysulfobetaines are zwitterionic polymers which possess both positively and negatively 
charged moieties. They are insoluble or sparingly soluble in water owing to ionic 
crosslinks between two opposing charges in polyion.167 Therefore, zwitterionic polymers 
exhibit an upper critical solution temperature, UCST.168-170 However, the additon of a salt 
readily enhances the water solubility of polysulfobetaine. Due to more effective site-
binding ability of the cation of the salt, the polysulfonate starts to behave as a polyanion 
with increasing salt concentration and the chain conformation extends. On the other hand, 
salt promotes the phase separation of PNIPA.71,72 The purpose was to investigate the 
influence of salt on the dissolution behaviour of the copolymer and the formation of the 
core-shell nanostructures below the UCST and above the LCST. 
 
 
 
 
4.1. Syntheses of poly(N-isopropylacrylamide)-block-

poly(ethyleneoxide) copolymers 
 
 
The usual synthetic method for the preparation of block copolymers consisting of PNIPA 
and PEO is a redox polymerisation using a transition metal ion such as Ce+IV or Mn+III and 
a hydroxy terminated PEO.147,171 In this work, PNIPA-b-PEO copolymers with varying 
block lengths were prepared by free radical polymerisation of NIPA initiated by 
macroinitiators which contain PEO chains symmetrically at both ends of an AIBN 
derivative. The polydispersities of PEOs were low which enabled the calculation of the 
number average molar mass for each PNIPA block from the 1H-NMR spectra, see Table 2. 
In the calculations, it was assumed that the polymers were diblock copolymers, and the 
relative amounts of possible triblock copolymers were not studied. However, the essential 
point is that the polymers were linear block copolymers. Polymer concentrations, Cp, 
mentioned in the text are in units of moles of PNIPA segments per liter. 
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4.2. Thermal properties of poly(N-isopropylacrylamide)-block-
poly(ethyleneoxide) copolymers in water 

 
 
 
4.2.1. Cloud points of the copolymers  
 
The cloud points of the aqueous polymer solutions with Cp = 3 × 10-7 M were measured by 
following the changes in light transmitted through the sample. Among the copolymer sets, 
block copolymers having a long PEO block showed an increase of the critical 
temperatures from 32 to 34 oC with decreasing molar ratio of NIPA/EO; see Table 2 for 
molar ratios. However, no difference between the copolymers having a short PEO block 
was observed; the critical temperature was ~ 33 oC regardless of NIPA/EO. Thus, the 
length of the PEO block is of importance for the solubilising of the collapsing PNIPA but 
has a minor effect on its cloud point. 
 
 
 
4.2.2. Light scattering measurements of the collapse of the copolymers  
 
Above the critical temperature at 45 oC, the block copolymers formed aggregates with 
narrow size distributions. As is seen in Figures 8A and 8B, the average hydrodynamic 
radii, <Rh>agg, of the aggregates increased logarithmically, whereas their weight average 
molar masses, <Mw>agg, increased linearly with increasing Cp. This result was surprising 
since in the studies with PNIPA-g-PEO graft copolymers, both <Mw>agg and <Rh>agg 
showed logarithmic tendendy as Cp varied, see Figure 2. This indicates that the molecular 
architecture strongly affects the aggregation of the block and graft copolymers. Within a 
copolymer set, i.e. either with a short or a long PEO block, the <Rh>agg and <Mw>agg 
values increased when the length of the PNIPA block (and NIPA/EO) increased. It was 
observed, however, that the <Rh>agg and <Mw>agg values between two copolymer sets 
were more dependent on the molar ratio NIPA/EO than on the length of the PNIPA block. 
The only exception was the copolymer with the longest PNIPA block which formed the 
biggest aggregates at every concentration. As is seen in Figure 8B, <Mw>agg values 
approached more or less the same value upon dilution. It is expected that a further dilution 
of polymer solutions leads to a state at which <Mw>agg values are the same, however, the 
number of chains being different. In addition, in extreme dilution the number of chains 
probably approaches the value of unity. This dilute solutions could not be studied, 
however, due to the low scattering intensity from the sample.  
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Figure 8. (A) Average hydrodynamic radii, <Rh>, and (B) weight average molar mass, 
<Mw>, of the aggregates in aqueous block copolymer solutions at different polymer 
concentrations, Cp given in M PNIPA blocks, at 45 oC. (a) NE-A; (b) NE-B; (c) NE-C; (d) 
NE-1; (e) NE-2; (f) NE-3. 

 
 
The average number of polymer chains in the aggregate, <N>agg, at 45 oC increased with 
Cp. However, with decreasing length of PNIPA blocks, <N>agg decreased and increased 
for the copolymers with a long PEO block and a short PEO block, respectively. This is 
understood by the steric stabilisation of the aggregates by PEO to be more effective as the 
length of PEO block increases. 
 
The average densities of the aggregates, <ρ>agg, at 45 oC generally increased and 
approached the value of unity with increasing Cp, see Figure 9. Within a copolymer set, 
the density of an aggregate decreased as the length of PNIPA and the ratio NIPA/EO 
decreased. The copolymer having the lowest NIPA/EO ratio, however, behaved differently 
owing to the high amount of PEO buried inside the core of the aggregate. This prevents 
the effective shrinkage of the core. A similar behaviour was observed with PNIPA-g-PEO 
graft copolymers, as described in Chapter 3.2.1. 
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Figure 9. Average densities of the aggregates, <ρ>, at 45 oC. (a) 
NE-A; (b) NE-B; (c) NE-C; (d) NE-1; (e) NE-2; (f) NE-3. 
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The <Rg>/<Rh> values of the aggregates changed from around 1.5 (coil-like structure) to 
around 0.4 when lowering Cp or with decreasing the NIPA/EO ratio. The value 1.5 
indicates that the shape of the aggregates may change from spherical to ellipsoidal. The 
assumption is justified by the narrow size distribution of the aggregates. At every polymer 
concentration, however, the block copolymer with the lowest NIPA/EO ratio formed 
globular structures whose <Rg>/<Rh> values were even smaller than 0.78.  
 
The aggregated polymer solutions were diluted with water, keeping the temperature 
constant at 45 oC. The diluted samples were equilibrated for 1 hour, and <Rh>agg was 
remeasured. As earlier discussed with the graft copolymers, also the sizes of the 
aggregates formed by block copolymers only slightly decreased with decreasing Cp. Also 
in this case, the aggregates once formed do not break because polymer chains in the 
aggregate core are kinetically trapped. 
 
 
 
4.2.3. Fluorescence spectroscopy of the copolymers 
 
The solutions studied are denoted as samples (1) and (2) depending on the method of the 
sample preparation, see Chapter 2.3.3. As already noted, the samples (1) were aggregated 
solutions whereas the samples (2) showed no aggregation at room temperature. The 
hydrodynamic radii of the latter samples were similar to the polymers without the probe. 
For the fluorescence measurements, all the samples with Cp =  3 × 10-7 M were heated 
slowly to 40 oC. In the samples (1) the concentration of 4HP was 3.3 × 10-6 M. The 
original concentration of 4HP used to prepare the samples (2) was the same as above, but 
the resulting samples contained only an equilibrium amount of the probe.  
 
During the heating of samples (1), the intensity of the emission of the probe increased 
sharply at a distinct critical temperature. The changes in the microviscosity of the 
surroundings of the probe within a copolymer set increased when the length of PNIPA 
block increased, see Figure 10A. Again, the only exception was the copolymer with the 
longest PNIPA segment. Comparing the copolymer sets, the changes in the microviscosity 
were more notable with the copolymers having the short PEO block. 
 
During the collapse of the samples (1), the emission bands shifted indicating changes in 
the polarity of the surroundings of the probe. At room temperature, within a copolymer 
set, the emission band occurred at shorter wavelengths as the length of PNIPA increased, 
i.e. the environment of the probe changed to less hydrophilic one. Of the copolymer sets, 
the probe sensed more hydrophilic environment at room temperature in the copolymer 
solutions having the short PEO block than in the solutions with the long PEO block. The 
increased polarity around the probe is understood by the increased amount of PEO and 
water inside the aggregates. The difference between the copolymer sets is explained by 
more effective phase separation between the PNIPA and PEO as the length of PEO block 
increases. However, after heating up to 40 oC the probe sensed the same non-polar 
environment regardless of the block copolymer (λmax ~ 606-611 nm).  
 
Within a copolymer set in the samples (2), the changes in the microviscosity of the probe 
surroundings during the collapse increased as the PNIPA block was lengthened, see Figure 
10B. It seems that these changes are solely governed by the length of PNIPA block, not by 
the ratio NIPA/EO. Contrary to the samples (1), these changes were more dramatic in the 
copolymers having the long PEO block. It was notable that the λmax did not vary during 
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the aggregation of the samples; λmax ~ 611 nm was more or less the same as the λmax 
values for the samples (1) at 40 oC. 
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Figure 10. Normalised maxima of the emission intensities of the probe 4HP, IE,max, in 
the aqueous block copolymer solutions during the slow heating of the samples (1) and 
(2) in the figures A and B, respectively. (a) NE-A; (b) NE-B; (c) NE-C; (d) NE-1; (e) NE-
2; (f) NE-3.   
 

 
According to the changes in the polarity of the probe environment it is possible to 
determine the localisation of the probe in the copolymer. It is obvious that 4HP located in 
the hydrophobic domains of the copolymer. However, it is assumed that at room 
temperature the probe located in more homogeneous environment in the samples (2) than 
in the samples (1), the location of the probe being greatly influenced by the copolymer in 
the latter ones. The former conclusion is justified by the fact that λmax did not vary during 
the collapse of the samples (2). Also, λmax was equal for the samples (1) and (2) at 
elevated temperature. 
 
 
 
4.2.4. Effect of the length of the PEO block on the aggregate formation 
 
The block copolymers NE-B and NE-1 having closely similar PNIPA blocks but different 
lengths of the PEO blocks, showed different aggregation behaviour upon heating. At each 
Cp, the copolymer with higher NIPA/EO ratio, NE-1, formed aggregates whose <Rh>agg, 
<Mw>agg and <N>agg were larger than those of NE-B. The average densities of the 
aggregates of these two copolymers, however, showed only a slight difference. Moreover, 
the samples (2) of these two copolymers showed no difference in the microviscosity of the 
environment around the probe during heating. Therefore, the size and the molar mass of 
the aggregate is strongly dependent on the length of the PEO block. This is a concequence 
of the improved steric stabilisation of the aggregates by the shell formed by the long PEO 
block. However, the mass distributions in the aggregate cores differed although the 
average values were approximately equal. This will be discussed in the following chapter. 
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4.2.5. Structure of the aggregates 
 
Following the discussion above it is suggested that the structure of aggregates is 
dependent on the polymer concentration and the ratio NIPA/EO, see Scheme 4. At low 
polymer concentration or for low values of NIPA/EO the block copolymers form 
aggregates where the inner part of the core is denser than the rest of the aggregate in 
average. This is related to the extent of the phase separation between PNIPA and PEO. 
Firstly, dilution favors the intramolecular interactions between the collapsing PNIPA 
chains. Secondly, increasing the amount of PEO in the block copolymer has not only an 
increased solubilising effect on the collapsing PNIPA block but it also improves the steric 
stabilisation of the forming aggregate. As Cp or NIPA/EO increases, the density of the 
aggregate increases and the mass distribution becomes more homogeneous. At high Cp 
values, the block copolymers form aggregates whose shape might change from spherical 
to ellipsoidal. 
 
 

Polymer concentration or NIPA/EOPolymer concentration or NIPA/EO  
 

Scheme 4. The evolution of the aggregate with polymer concentration or the molar 
ratio NIPA/EO above the LCST. 

 
 
 
 
 
 
4.3. Thermal properties of a poly(N-isopropylacrylamide)-block-

polysulfobetaine copolymer in water and in saline aqueous 
solutions 

 
 
 
4.3.1. Influence of NaCl on the mechanism of clustering at room temperature 
 
Aqueous PNIPA-b-PSPP solutions were slightly opaque, however an addition of small 
amount of NaCl readily resulted in a completely clear solution. At the NaCl concentration 
around Cs = 0.73 M, the intensity of the scattered light increased gradually, and at Cs ~ 
0.93 M, the intensity increased rapidly indicating the phase separation and aggregate 
formation of PNIPA blocks. This result is well in accordance with earlier observations on 
linear and crosslinked PNIPA by other groups.71,72 The colloidal aggregates were 
electrostatically stabilised by PSPP shells having polyanion character.  
 
At room temperature the size distribution of the salt free polymer solution with Cp = 2.0 
g/l was bimodal. The bimodality was also observed regardless of salt concentration, 
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however, at Cs = 0.96 M, the two maxima in the size distributions became narrower. From 
the bimodal distributions, slow and fast components of the diffusion coefficients were 
calculated, and are shown against salt concentration in Figure 11. The slow diffusion is a 
result of clustering of polymers, and the mechanism of the cluster formation changes upon 
the addition of salt. In a salt free solution, large temporary clusters build up due to ionic 
interactions, whereas in the high salt concentration regime the clustering is due to the 
salting out of PNIPA chains, i.e. is of hydrophobic nature. The fast diffusion is assumed to 
correspond to loops or mobile chain ends in the clusters. Two continuous regions for the 
slow diffusion coefficient, Ds, may be distinguished. At low salt concentrations (Cs < 0.3 
M) Ds decreases linearly with increasing Cs. With 0.5 < Cs < 0.9 M, Ds has a constant 
value. The salt concentration region where the sudden change in Ds takes place (between 
0.3 and 0.5 M), is expected to be the region where the principal mechanism of clustering 
changes from ionic to hydrophobic. The fast diffusion coefficient decreased gradually 
with the addition of salt resulting from the restricted motional freedom of PNIPA blocks. 
Both the Df and Ds values showed a sudden decrease in a high salt concentration limit, Cs 
~ 0.93 M at which the critical temperature of PNIPA is 20 oC. In the figure, the salt 
concentrations have been indicated where the molar ratio of NaCl to the repeating units of 
SPP, n(NaCl)/n(SPP), gets the values 31 and 155. 
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Figure 11. Slow diffusion coefficients, Ds, (open squares) and fast 
diffusion coefficients, Df, (filled squares) at different NaCl 
concentrations at 20 oC. Polymer concentration 2.0 g/l. Vertical 
dotted lines show the values of n(NaCl)/n(SPP). 

 
 
 
4.3.2. Collapse and aggregate formation during heating and cooling 
 
A solution in water, and two different saline polymer solutions were slowly heated and 
cooled. In both saline polymer solutions, the molar ratio of NaCl to the repeating units of 
SPP was kept constant; n(NaCl)/n(SPP) = 31 corresponds to Cs = 0.1 and 0.01 M and 
n(NaCl)/n(SPP) = 155 to Cs = 0.5 and 0.05 M when Cp = 2.0 and 0.2 g/l, respectively. 
During the cooling and heating cycles the block copolymer forms reversible core-shell 
aggregates as schematically illustrated in Scheme 5. 
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T < UCST T > LCST  
 

Scheme 5. A model describing the formation of the aggregates in aqueous PNIPA-b-
PSPP solutions at different temperatures. PNIPA (black) and PSPP (grey). 

 
 
The solubility of PSPP increases in the course of the addition of NaCl due to increased 
solvent-polymer interactions and polyanion characteristics. This results in the 
disappearance of the intermolecular attraction between zwitterionic groups, and no phase 
separation is observed. Therefore, the UCST behaviour was observed only with the pure 
aqueous solution upon cooling. The phase separation of PSPP occurred at around 16 oC in 
a solution with Cp = 0.2 g/l. The aggregates broke down relatively fast during a slow 
heating back to room temperature, but still somewhat slower than they had been 
assembled.  
 
The size distribution of the dilute polymer solution with Cp = 0.2 g/l was monomodal at 
20oC, but broadened when salt was added. At 4-6 oC the size distributions of the 
aggregates were narrow and monomodal with <Rh>agg = 916 nm (Cp = 2.0 g/l) and 275 nm 
(Cp = 0.2 g/l).  
 
Aqueous solutions with polymer concentrations varying from 0.01 g/l to 0.2 g/l were 
cooled rapidly to 4 oC. For solutions in water, as well as for the solutions with higher salt 
concentrations (n(NaCl)/n(SPP) = 155), the behaviour of the polymer did not depend on 
the cooling rate. However, at intermediate salt concentrations (n(NaCl)/n(SPP) = 31), fast 
cooling led to the formation of aggregates, although aggregates were not formed when 
cooling these solutions slowly. This unusual behaviour implies that the occurrence of the 
phase separation is kinetically controlled in solutions with low salt concentration where 
zwitterions as well as anionic groups coexist. This suggests that the aggregates are 
metastable though this has not yet been experimentally proven.  
 
In all cases, the size of the aggregates at 4 oC decreased with decreasing Cp, though the 
effect was more distinct for saline polymer solutions than for aqueous ones. The size 
distributions of the aggregates were rather broad, and they broadened in saline polymer 
solutions of intermediate salt concentration (n(NaCl)/n(SPP) = 31). This is understood by 
the enhanced solubility of PSPP induced by salt, resulting in a looser packing of the 
aggregate core. Further, the core of the aggregate mainly consisting of PSPP blocks is 
polar and is expected to contain a relatively high amount of water. This prevents the 
compression of the core resulting in a widening of the size distribution. This hypothesis is 
supported by the observation that the intensity of light scattered from the aggregates is 
much lower from saline polymer solutions than from the solutions in water. 
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Figure 12. Intensity of scattered light 
from aqueous polymer solutions with Cp 
= 0.2 g/l during slow heating and 
cooling.  

 Figure 13. Size distribution of the 
copolymer in a saltless aqueous 
solution at 6 oC, 20 oC and 35 oC. 

 
 
During heating, the aqueous copolymer solutions collapsed at their critical temperature. 
The cloud points of the samples with Cp = 2.0 g/l were 33 oC, 31 oC and 26 oC for a salt 
free solution, for Cs = 0.1 M and for Cs = 0.5 M, respectively. For more dilute solutions 
with Cp = 0.2 g/l, the cloud points were 34 oC, 34 oC and 33 oC for a salt free sample, for 
Cs = 0.01 M and for Cs = 0.05 M, respectively. Therefore, it can be concluded that the 
LCST depends critically not on the polymer concentration but on the salt concentration. 
The aggregates disassembled slowly when the solution were cooled to room temperature. 
The hysteresis effect is due to the formation of associative intrachain structures.110 
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Figure 14. Average hydrodynamic radii, 
<Rh>, of the aggregates formed during 
slow heating at 35 oC and 40 oC at 
different salt concentrations. Cp = 0.2 
g/l. 

 Figure 15. Average hydrodynamic radii, 
<Rh>, of the aggregates formed during 
fast heating at 45 oC at different polymer 
concentrations. n(NaCl)/n(SPP) equals 
(a) 0, (b) 31, and (c) 155. 
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The sizes of the aggregates with narrow size distribution in the solution with Cp = 0.2 g/l 
at 35 and 40 oC depended on the amount of added salt. A small amount of NaCl 
(n(NaCl)/n(SPP) = 31) resulted in smaller aggregates than those observed in salt free 
aqueous solutions. With increasing concentration of NaCl (n(NaCl)/n(SPP) = 155), 
however, the aggregate sizes increased again. This is understood in terms of the suggested 
change in the mechanism of aggregation with varying salt concentration. The difference 
between the sizes of aggregates in different solutions, formed during the fast heating is 
very similar to that observed during slow heating. Moreover, the sizes of the aggregates in 
each solution decreased with decreasing Cp. 
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5. Conclusions 
 
 
 
 
 
A series of thermally responsive poly(N-isopropylacrylamide), PNIPA, based graft and 
block copolymers having poly(ethyleneoxide), PEO, or polysulfobetaine, PSPP, as the 
other segment have been synthesised by several radical polymerisation techniques. 
PNIPA-graft-PEO copolymers were obtained using linear copolymers prepared by free 
radical copolymerisation of N-isopropylacrylamide, NIPA, and either 
glycidylmethacrylate, GMA, or N-acryloylsuccinimide, NASI. The grafting reactions 
were conducted either in an organic solvent or in water. PNIPA-block-PEO copolymers 
were prepared by free radical polymerisation using macroazoinitiators bearing PEO 
chains. The synthesis of the block copolymer PNIPA-block-PSPP was carried out by a 
RAFT polymerisation technique, however, not done in this work. 
 
In order to obtain well-defined graft copolymers it was of importance to use functional 
backbone copolymers to avoid any additional branching in the copolymers. Kinetic studies 
of the copolymerisation of NIPA and GMA showed the latter monomer to be more 
reactive than the former. In the preparation of the backbone copolymer PNIPA-co-GMA, 
the functional comonomer was continuously added to the reaction mixture in the course of 
the polymerisation to obtain a random distribution of functional groups along the PNIPA 
chain. The grafting reactions resulted in linear graft copolymers with a wide range of the 
degree of PEO substitution without any side reactions. 
 
During the collapse at the LCST, PNIPA chains form the core of spherically shaped 
aggregates surrounded by a hydrophilic shell. As dilute aqueous solutions of block and 
graft copolymers are heated the solubilising effect of the hydrophilic segments, i.e. PEO 
or PSPP, competes with hydrophobic interactions of the shrinking PNIPA. The surface of 
the collapsing PNIPA is covered by hydrophilic segments which enhance the colloidal 
stability of the particle. Both effects are enhanced by increasing the amount of PEO or 
PSPP with respect to PNIPA and by the dilution of polymer solution. This results in the 
elevation of the LCST and slows down the collapse of the copolymers. The block 
copolymers form aggregates with a narrow size distribution, whose average size decreases 
with decreasing polymer concentration. This is also the case with the graft copolymers 
having a low number of side chains, however, the size distribution of the aggregates 
broadens at high grafting degrees. The size of the aggregates decreases with increasing 
content of PEO in the case of the block copolymers PNIPA-b-PEO, whereas the average 
size of the graft copolymers remains more or less the same.  
 
During the collapse of PNIPA, some PEO or PSPP is buried inside the aggregate core. 
Therefore, increasing mixing of the phases in the core prevents the compression of the 
core. The block copolymers PNIPA-b-PEO can form very dense aggregates with narrow 
size distributions, whereas the core densities of graft copolymers are rather low. The 
number of polymers in the aggregates formed by the graft copolymers is much lower than 
that in the aggregates formed by the block copolymers. The difference in the aggregates 
may emerge from the differences in the chemical structures of the block and graft 
copolymers, but most probably from the different content of EO repeating units in the 
polymers. The densities of the cores decrease upon the dilution of the solution. Also, the 
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mass distribution of the core changes during dilution; the inner part of the core is more 
compressed than the rest of the core. In the dilution, the distance between the polymers 
increases resulting in the attractive forces within the PNIPA chain to dominate over the 
ones between the chains. This leads to an enhanced surface stabilisation by the hydrophilic 
parts on the shrunken PNIPA coil. 
 
The thermal properties and the aggregate formation of the block copolymer PNIPA-b-
PSPP in aqueous solutions depend on the salt concentration. Upon addition of sodium 
chloride, the solubility of PSPP increases but that of PNIPA decreases. At room 
temperature, the copolymers form clusters. With increasing salt concentration, the 
mechanism of temporary clustering of the copolymers changes from ionic into 
hydrophobic. The collapse of PSPP does not occur above a certain salt concentration. 
When phase separation occurs during cooling, the size distribution of the aggregates 
broadens with the addition of salt indicative of a loose packing of the core consisting 
mainly of polysulfobetaine. Above the LCST, the copolymer forms aggregates with a 
narrow size distribution whose size first decreases with salt concentration and then starts 
to increase with a further addition of salt. 
 
Two graft copolymers with the lowest number of PEO grafts have been prepared by the 
grafting of the functional copolymer in water at two different temperatures; far below and 
close to the LCST of PNIPA. At the vicinity of the LCST, the capability of PEO chains to 
react with the functional groups is limited to the surface of the shrunken PNIPA coil. The 
copolymer grafted at an elevated temperature adopts a shrunken coil conformation at room 
temperature, and forms the smallest aggregates with a very narrow size distribution at 
elevated temperatures. Further, the change in the microviscosity of the polymer core is 
highest in this polymer. These observed differences are not directly proportional to the 
number of the PEO grafts but evidently reflect the different distribution of the PEO side 
chains along the PNIPA main chain. Therefore, the polymers evidently show a tendency 
of retaking the conformation in which they were synthesised. Thus, a copolymer 
resembling “a protein-like copolymer” has been successfully synthesised. 
 
The thermal properties and the nanoparticle formation of the copolymers are governed by 
various factors. The variable density and polarity of the core of the particles offer the 
possiblity to encapsulate different kinds of molecules with different solubilities. In 
addition, the biomimetic copolymers studied in this work offer a fast and efficient 
response to thermal treatment. The contribution of this work is the further understanding 
of the factors which influence the construction of nanosized polymeric micelles. The 
factors which still need to be studied more closely include the effect of salts on the neutral 
polymers, and further dilution of the aqueous and saline solution. 



 

 
 

39

6. References 
 
 
 
 
 

1. Qiu, X.; Wu, C. Macromolecules 1997, 30, 7921. 
2. Gao, Z.; Varshney, S. K.; Wong, S.; Eisenberg, A. Macromolecules 1994, 27, 7923. 
3. Antonietti, M.; Heinz, S.; Schmidt, M.; Rosenauer, C. Macromolecules 1994, 27, 3276. 
4. Wesslén, B.; Derand, H. J. Polym. Sci., Polym. Chem. 1995, 33, 571. 
5. Tuzar, Z.; Kratochvil, P. In Surface and Colloid Chemistry; Matijevic, E. Ed.; Plenum Press: 

New York, 1993, Vol. 15, p 1. 
6. Barany, G.; Zalipsky, S.; Chang, J. L.; Albericio, F. React. Polym. 1994, 22, 243. 
7. Hoffman, A. S. Macromol. Symp. 1995, 98, 645. 
8. Zhu, P. W.; Napper, D. H. Chem. Phys. Letters 1996, 256, 51. 
9. Brønsted, H.; Kopecek, J. In Polyelectrolyte Gels: Properties, Preparation and Applications; 

Harland, R. S.; Prud’homme, R. K. Eds.; American Chemical Society: Washington, DC., 1992, p 
285. 

10. Kabanov, V. A. Polym. Sci. 1994, 36, 143. 
11. Galaev, I. Y.; Gupta, M. N.; Mattiasson, B. CHEMTECH 1996, Dec., 19.  
12. Yanul, N. A.; Kirsh, Y. E.; Verbrugghe, S.; Goethals, E. J.; Du Prez, F. E. Macromol. Chem. 

Phys. 2001, 202, 1700. 
13. Yokoyama, M. In Biorelated Polymers and Gels: Controlled Release and Applications in 

Biomedical Engineering; Okano, T., Ed.; Academic Press, 1998, p.193. 
14. Cammas, S.; Suzuki, K.; Sone, C.; Sakurai, Y.; Kataoka, K.; Okano, T. J. Controlled Release 

1997, 48, 157. 
15. Riley, T.; Stolnik, S.; Heald, C. R.; Xiong, C. D.; Garnett, M. C.; Illum, L.; Davis, S. S.; Purkiss, 

S. C.; Barlow, R. J.; Gellert, P. R. Langmuir 2001, 17, 3168. 
16. Harris, J. M., Zalipsky, S. Poly(ethylene glycol) Chemistry and Biological Applications, ACS, 

Symp. Ser. 680, 1997. 
17. Khohklov, A. R.; Khalatur, P. G. Physica A 1998, 249, 253. 
18. Zheligovskaya, E. A.; Khalatur, P. G.; Khokhlov, A. R. Phys. Rev. E 1999, 59, 3071. 
19. Khokhlov, A. R.; Ivanov, V. A.; Shusharina, N. P.; Khalatur, P. G. In The Physics of Complex 

Liquids; Yonezawa, F.; Tsuji, K.; Kaji, K.; Doi, M.; Fujiwara, T., Eds.; World Scientific: 
Singapore, 1998, p 155. 

20. Franks, F.; Eagland, D. CRC Crit. Rev. Biochem. 1985, 4, 165. 
21. Prigogine, I.; DeFay, R. Chemical Thermodynamics; 2nd French edn. translated by Everett, D. H.; 

Longmans, Green and Co.: London, 1954, p 229. 
22. Taylor, L. D.; Ceranowski, L. D. J. Polym. Sci. 1975, 13, 2551. 
23. Walker, J. A.; Vause, C. A. Sci. Am. 1987, 253, 98. 
24. Tanford, C. Hydrophobic Effect, 2nd Edn.; J. Wiley and Sons: New York, 1973. 
25. Ben-Naim, A. Hydrophobic Interactions; Plenum Press: New York, 1980. 
26. Winnik, F. M. Macromolecules 1990, 23, 233. 
27. Winnik, F. M.; Ottaviani, M. F.; Bossman, H. S.; Pan, W.; Garcia-Garibay, M.; Turro, J. N. 

Macromolecules 1993, 26, 4577. 
28. Deng, Y.; Pelton, R. Macromolecules 1995, 28, 4617. 
29. Wu, C.; Zhou, S. Q. Macromolecules 1995, 28, 8381. 
30. Aoki, T.; Nagao, Y.; Sanui, K.; Ogata, N.; Kikuchi, A.; Sakurai, Y.; Kataoka, K.; Okano, T. 

Polym. J. 1996, 28, 371. 
31. American Cyanamid Company, Brochure IC3-1354-500-4/63 on ’N-isopropylacrylamide’. 
32. Scarpa, J. S.; Müller, D. D.; Klotz, I. M. J. Am. Chem. Soc. 1967, 89, 6024. 
33. Heskins, M.; Guillet, J. E. J. Macromol. Sci. Chem. 1969, 2, 1441. 
34. Wolf, B. A. Pure Appl. Chem. 1985, 57, 323. 
35. Afroze, F.; Nies, E.; Berghmans, H. J. Mol. Struct. 2000, 554, 55. 
36. Sprecht, E. H.; Neuman, A.; Neher, H. T. U.S. Pat. 2,773,063; Rohm & Haas, 1956. 
37. CIBA, Ltd., Br. Pat. 746,747; 1956. 
38. Sprecht, E. H.; Neuman, A.; Neher, H. T. Br. Pat. 772,196; Rohm & Haas, 1956. 
39. Zhang, G; Wu, C. Phys. Rev. Lett. 2001, 86, 822. 



 

 
 

40

40. Liang, L.; Rieke, P. C.; Fryxell, G. E.; Liu, J.; Engehard, M. H.; Alford, K. L. J. Phys. Chem. B 
2000, 104, 11667. 

41. Zhang, W.; Zou, S.; Wang, C.; Zhang, X. J. Phys. Chem. B 2000, 104, 10258. 
42. Wang, X.; Qiu, X.; Wu, C. Macromolecules 1998, 31, 2972. 
43. Wang, X.; Wu, C. Macromolecules 1999, 32, 4299. 
44. Zhang, G.; Wu, C. J. Am. Chem. Soc. 2001, 123, 1376. 
45. Hu, T.; Wu, C.  Macromolecules 2001, 34, 6802. 
46. Greenwood, R.; Kendall, K.; Ritchie, S.; Snowden, M. J.  J. Eur. Ceram. Soc. 2000, 20, 1707. 
47. Hatto, N.; Cosgrove, T.; Snowden, M. J.  Polymer 2000, 41, 7133. 
48. Lowe, T. L.; Virtanen, J.; Tenhu, H. Langmuir 1999, 15, 4259. 
49. Wang, M.; Fang, Y.; Hu, D. React. Funct. Polym. 2001, 48, 215. 
50. Muniz, E. C.; Geuskens, G.  Macromolecules 2001, 34, 4480. 
51. Lowe, T. L.; Benhaddou, M.; Tenhu, H. Macromol. Chem. Phys. 1999, 200, 51. 
52. Lowe, T. L.; Virtanen, J.; Tenhu, H. Polymer 1999, 40, 2595. 
53. Lowe, T. L.; Tenhu, H.; Tylli, H. J. Appl. Polym. Sci. 1999, 73, 1031. 
54. Elaissari, A.; Bourrel, V.  J. Magn. Magn. Mater. 2001, 225, 151. 
55. Delair, T.; Meunier, F.; Elaissari, A.; Charles, M.-H.; Pichot, C. Colloids Surf., A 1999, 153, 341. 
56. Lowe, T. L.; Benhaddou, M.; Tenhu, H. J. Polym. Sci.: Part B: Polym. Phys. 1998, 36, 2141. 
57. Lowe, T. L.; Tenhu, H. Macromolecules 1998, 31, 1590. 
58. Hiyoshi, M. Kobunshi Kako 2000, 49, 497. 
59. Pan, Y. V.; Wesley, R. A.; Luginbuhl, R; Denton, D. D.; Ratner, B. D. Biomacromolecules 2001, 

2, 32. 
60. Caldwell, J. R.; Gilkey, R. U.S. Pat. 2,882,255; Eastman Kodak Co., 1959. 
61. Mizoguchi, K.; Ito, S.; Shoji; Suda, M.; Shiozawa, K. Jap. Pat., Heisei 1,014,383; Agency of 

Industrial Sciences and Technology, 1989. 
62. Turner, K.; Zhu, P.; Napper, D. H. Colloid Polym. Sci. 1996, 274, 622. 
63. Brazel, C. S.; Peppas, N. A. Macromolecules 1995, 28, 8016. 
64. Siegel, R. A. Adv. Polym. Sci. 1993, 109, 233. 
65. Saito, S.; Konno, M.; Inomata, H. Adv. Polym. Sci. 1993, 109, 207. 
66. Otake, K.; Inomata, H.; Konno, M.; Saito, S. Macromolecules 1990, 23, 283. 
67. Hirotsu, T.; Okajima, T.; Yamamoto, T. Macromolecules 1995, 28, 775. 
68. Ishidao, T.; Alagi, M.; Sugimoto, H.; Iwai, Y.; Arai, Y. Macromolecules 1993, 26, 7361. 
69. Elaissaf, J. J. Appl. Polym. Sci. 1978, 22, 873. 
70. Schild, H. G.; Tirrell, D. A. Langmuir 1991, 7, 665. 
71. Park, T. G.; Hoffman, A. S. Macromolecules 1993, 26, 5045. 
72. Dhara, D.; Chatterji, P. R. Polymer 2000, 41, 6133. 
73. Kim, I.-S.; Jeong, Y.-I.; Lee, Y.-H.; Kim, S.-H.  Arch. Pharmacal Res. 2000, 23, 367. 
74. Chung, J. E.; Yokoyama, M.; Okano, T.  J. Controlled Release 2000, 65, 93. 
75. Cicek, H.; Tuncel, A. J. Polym. Sci. Part A: Polym. Chem. 1998, 36, 543. 
76. Yang, H.-H.; Zhu, Q.-Z.; Li, D.-H.; Chen, L.-X.; Ding, M.-T.; Xu, J.-G. Anal. Chim. Acta  2001, 

435, 265. 
77. Lehto, J.; Vaaramaa, K.; Vesterinen, E.; Tenhu, H. J. Appl. Polym. Sci. 1998, 68, 355. 
78. Snowden, M. J.; Chowdhry, B. A.; Vincent, B.; Morris, G. E. J. Chem. Soc., Faraday Trans. 

1996, 92, 5013. 
79. Irie, M. Kagaku Kogyo 1987, 38, 613. 
80. Ishikawa, M.; Misawa, H.; Kitamura, N.; Fujisawa, R.; Masuhara, H. Bull. Chem. Soc. Jpn. 1996, 

69, 59. 
81. Hoffmann, J.; Plotner, M.; Kuckling, D.; Fischer, W.-J.  Sens. Actuators, A 1999, A77, 139.  
82. Shibayama, M.; Morimoto, M.; Nomura, S. Macromolecules 1994, 27, 5060. 
83. Bromberg, L. Macromol. Rapid Commun. 1996, 17, 481. 
84. Wu, C.; Zhou, S. Q.; Au-yueng, S. C. F.; Jiang, S. H. Die Angew. Makromol. Chem. 1996, 240, 

123. 
85. Wu, C.; Zhou, S. Q. Macromolecules 1996, 29, 1574. 
86. Ringsdorf, H.; Venzmer, J.; Winnik, F. M. Macromolecules 1991, 24, 1678. 
87. Winnik, F. M.; Adronov, A.; Kitano, H. Can. J. Chem. 1995, 73, 2030. 
88. Winnik, F. M.; Ottaviani, M. F.; Bossman, S. H.; Garibay, M. G.; Turro, N. J. Macromolecules 

1992, 25, 6007. 
89. Lim, Y. H.; Kim, D.; Lee, D. S. J. Appl. Polym. Sci. 1997, 64, 2647. 
90. Shibayama, M.; Mizutani, S.; Nomura, S. Macromolecules 1996, 29, 2019. 
91. Pu, H. T.; Ding, Z. L.; Ma, Z. J. Appl. Polym. Sci. 1996, 62, 1529. 
92. Kujawa, P.; Winnik, F. M. Macromolecules 2001, 34, 4130. 



 

 
 

41

93. Staikos, G. Macromol. Rapid. Commun. 1996, 16, 913. 
94. Chen, M. Q.; Kishida, A.; Akashi, M. J. Polym. Sci. Part A: Polym. Chem. 1996, 34, 2213. 
95. Shibayama, M.; Tanaka, T.; Han, C. C. J. Chem. Phys. 1992, 97, 6829. 
96. Shibayama, M.; Tanaka, T.; Han, C. C. J. Chem. Phys. 1992, 97, 6842. 
97. Suzuki, A.; Yamazaki, M.; Kobiki, Y. J. Chem. Phys. 1996, 104, 1751. 
98. Taniguchi, T.; Kuroki, M.; Miyashita, T. Colloid Polym. Sci. 1996, 274, 717. 
99. Stockmayer, W. H. Macromol. Chem. 1960, 35, 54. 
100. Ptitsyn, O. B.; Eizner, Y. Y. Biofizika 1965, 10, 3. 
101. Lifshitz, I. M. Zh. Eksp. Teor. Fiz. 1968, 55, 2408. 
102. Lifshitz, I. M.; Grosberg, A. Yu.; Khokhlov, A. R. Rev. Mod. Phys. 1978, 50, 683. 
103. Lifshitz, I. M.; Grosberg, A. Yu.; Khokhlov, A. R. Usp. Fiz. Nauk 1979, 127, 353. 
104. Grosberg, A. Yu.; Khokhlov, A. R. Statistical Physics of Macromolecules, AIP Press: New York, 

1994. 
105. Grosberg, A. Yu.; Khokhlov, A. R. Giant Molecules. Here, There, and Everywhere, Academic 

Press: San Diego, 1997. 
106. Swislow, G.; Sun, S. T.; Nishio, I.; Tanaka, T. Phys. Rev. Lett. 1980, 44, 796. 
107. Sun, S. T.; Nishio, I.; Swislow, G.; Tanaka, T. J. Chem. Phys. 1980, 73, 5971. 
108. Burchard, W. Adv. Polym. Sci. 1998, 143, 173. 
109. Flory, P. J. Principles of Polymer Chemistry; Cornell Univ. Press, Ithaca: New York, 1953. 
110. Wu, C.; Wang, X. Phys. Rev. Lett. 1998, 80, 4092. 
111. Thünemann, A.F.; Beyermann, J.; Kukula, H. Macromolecules 2000, 33, 5906. 
112. Gohy, J. F.; Varshney, S. K.; Jérôme, R. Macromolecules 2001, 34, 3361. 
113. Sedlak, M.; Antonietti, M.; Cölfen, H. Macromol. Chem. Phys. 1998, 199, 247. 
114. Qi, L. M.; Cölfen, H.; Antonietti, M. Angew. Chem. Int. Ed. Eng. 2000, 39, 604. 
115. Martin, T. J.; Prochazka, K.; Munk, P.; Webber, S. E. Macromolecules 1996, 29, 6071. 
116. Bütün, V.; Billingham, N. C.; Armes, S. P. J. Am. Chem. Soc. 1998, 120, 11818. 
117. Kawaguchi, S.; Winnik, M. A.; Ito, K. Macromolecules 1996, 29, 4465. 
118. Alexander, S. J. Phys. 1977, 38, 983. 
119. de Gennes, P. G. Macromolecules 1980, 13, 1069. 
120. Alvarez-Lorenzo, C.; Guney, O.; Oya, T.; Sakai, Y.; Kobayashi, M.; Enoki, T.; Takeoka, Y.; 

Ishibashi, T.; Kuroda, K.; Tanaka, K.; Wang, G.; Grosberg, A. Yu.; Masamune, S.; Tanaka, T. 
Macromolecules 2000, 33, 8693. 

121. Lozinsky, V. I.; Simenel, I. A.; Kurskaya, E. A.; Kulakova, V. K., Grinberg, B. Ya.; Lubovik, A. 
S.; Galaev, I. Yu.; Mattiasson, B.; Khokhlov, A. R. Dokl. Akad. Nauk 2000, 375, 637. 

122. Smith, D. A. Macromol. Chem. 1967, 103, 301. 
123. Zhou, Z.; Chu, B.; Peiffer, D. G. Macromolecules 1993, 26, 1876. 
124. Bergbreiter, D. E.; Case B. L.; Liu, Y.-S.; Caraway, J. W. Macromolecules 1998, 31, 6053. 
125. Soundararajan, S.; Reddy, B. S. R. J. Appl. Polym. Sci. 1991, 43, 251. 
126. Nguyen, A. L.; Luong, J. H. T. Biotech. Bioeng. 1989, 34, 1186. 
127. Fineman, M.; Ross, S. D. J. Polym. Sci.1950, 5, 259. 
128. Tüdős, F.; Kelen, T.; Földes-Berezsnich, T.; Turcsányi, B. J. Macromol. Sci. Chem. 1975, A10, 

1513. 
129. Wesslén, B. Macromol. Symp. 1998, 130, 403. 
130. Chiu, H.; Chern, C.; Lee, C.; Chang, H. Polymer 1998, 39, 1609. 
131. Xu, B.; Li, L.; Yekta, A.; Masoumi, Z.; Kanagalingam, S.; Winnik, M. A.; Zhang, K.; 

Macdonald, P. M. Langmuir 1997, 13, 2447. 
132. Talingting, M. R.; Munk, P.; Webber, S. E.; Tuzar, Z. Macromolecules 1999, 32, 1593. 
133. Bo, G.; Wesslén, B.; Wesslén, K. B. J. Polym. Sci.: Part A: Polym. Chem. 1992, 30, 1799. 
134. Jannasch, P.; Wesslén, B.  J. Polym. Sci., Part A:  Polym. Chem. 1993, 31, 1519. 
135. Unpublished results 
136. Nandi, U. S.; Sudesh Kumar, G.; Bhaduri, G. C. Indian J. Chem. 1981, 20A, 759. 
137. Fritzsche, P.; Schneider, A. Acta Polym. 1979, 30, 270. 
138. Okamura, S.; Katagiri, K.; Motoyama, T. J. Polym. Sci. 1960, 43, 509. 
139. Xiao, H.; Pelton, R.; Hamielec, A. Polymer 1996, 37, 1201. 
140. Yoshioka, H.; Mikami, M.; Mori, Y.; Tsuchida, E. J. Macromol. Sci., Pure Appl. Chem. 1994, 

A31, 109. 
141. Liu, J.; Chew, C. H.; Wong, S. Y.; Gan, L. M. J. Macromol. Sci., Pure Appl. Chem. 1996, A33, 

1181. 
142. Topp, M. D. C.; Leunen, I. H.; Dijkstra, P. J.; Tauer, K.; Schellenberg, C.; Feijen, J. 

Macromolecules 2000, 33, 4986. 
143. Topp, M. D. C.; Dijkstra, P. J.; Talsma, H.; Feijen, J. Macromolecules 1997, 30, 8518. 



 

 
 

42

144. Zhu, P. W.; Napper, D. H. Macromolecules 1999, 32, 2068. 
145. Liang, D.; Zhou, S.; Song, L.; Zaitsev, V. S.; Chu, B. Macromolecules 1999, 32, 6326. 
146. Berlinova, I. V.; Dimitrov, I. V.; Vladimirov, N. G.; Samichkov, V.; Ivanov, Ya. Polymer 2001, 

42, 5963. 
147. Lin, H.-H., Cheng, Y.-L. Macromolecules 2001, 34, 3710. 
148. Yamazaki, A.; Song, J. M.; Winnik, F. M.; Brash, J. L. Macromolecules 1998, 31, 109. 
149. Ringsdorf, H.; Simon, J.; Winnik, F. M. Macromolecules 1992, 25, 5353. 
150. Winnik, F. M.; Davidson, A. R.; Hamer, G. K.; Kitano, H. Macromolecules 1992, 25, 1876. 
151. Chen, J.; Jiang, M.; Zhang, Y.; Zhou, H. Macromolecules 1999, 32, 4861. 
152. Noda, T.; Morishima, Y. Macromolecules 1999, 32, 4631. 
153. Loutfy, R. O. Pure Appl. Chem. 1980, 58, 1239. 
154. Loutfy, R. O. Macromolecules 1981, 14, 270. 
155. Loutfy, R. O. J. Polym. Sci. 1982, 20, 825. 
156. Dousa, P.; Konak, C.; Fidler, V.; Dusek, K. Polym. Bull. 1989, 22, 585. 
157. Vatanparast, R.; Li, S.; Hakala, K.; Lemmetyinen, H. Macromolecules 2000, 33, 438. 
158. Hakala, K.; Vatanparast, R.; Li, S.; Peinado, C.; Bosch, P.; Catalina, F.; Lemmetyinen, H. 

Macromolecules 2000, 33, 5954. 
159. Wang, Z. J.; Song, J. C.; Bao, R.; Neckers, D. C. J. Polym. Sci.: Part B: Polym. Phys. 1996, 34, 

325 
160. Song, J. C.; Neckers, D. C. J.Polym. Eng. Sci. 1996, 36, 3. 
161. Paczkowski, J.; Neckers, D. C. Macromolecules 1992, 25, 548. 
162. Berliner, L. J. Spin Labeling Theory and Applications, Academic Press: New York, 1976. 
163. Baglioni, P.; Bongiovanni, R.; Rivara-Minten, E.; Kevan, L. J. Phys. Chem. 1989, 93, 5574. 
164. Kivelson, D. J. Chem. Phys. 1960, 33, 1094. 
165. Schild, H. G.; Tirrell, D. A. J. Phys. Chem. 1990, 94, 4352. 
166. Grinberg, N. V.; Dubovik, A. S.; Grinberg, V. Ya.; Kuznetsov, D. V.; Makhaeva, E. E.; 

Grosberg, A. Yu.; Tanaka, T. Macromolecules 1999, 32, 1471. 
167. Chang, H. J. Pet. Technol. 1978, 1113. 
168. Huglin, M. B.; Radwan, M. A. Polym. Int. 1991, 26, 97. 
169. Köberle, P.; Laschewsky, A.; Lomax, T. D. Makromol. Chem., Rapid Commun. 1991, 12, 427. 
170. Arotçarena, M.; Heise, B.; Ishaya, S.; Laschewsky, A., to be published. 
171. Çakmak, İ. Macromol. Reports 1995, A32, 1113. 

 


	Self-Assembling of Thermally Responsive Block and Graft Copolymers in Aqueous Solutions
	Opponent
	ISBN 952-91-4400-8 (print)
	Helsinki 2002
	Yliopistopaino
	Preface
	Abbreviations and symbols
	5-DSA

	Symbols
	List of Original Publications
	Grafting of poly(N-isopropylacrylamide) with poly(ethyleneoxide)			15
	Grafting reactions													16
	Background
	
	
	
	Thermoresponsive polymeric materials
	Polymeric self-assemblies with a micellar core-shell structure

	Functional copolymer of N-isopropylacrylamide and N-acryloylsuccinimide: PNIPA-co-NASI



	Conclusions

