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a b s t r a c t 

Iron-based alloys are now being considered as plasma-facing materials for the �rst wall of future fusion 
reactors. Therefore, the iron (Fe) and carbon (C) erosion will play a key role in predicting the life-time 
and viability of reactors with steel walls. In this work, the surface erosion and morphology changes due 
to deuterium (D) irradiation in pure Fe, Fe with 1% C impurity and the cementite, are studied using 
molecular dynamics (MD) simulations, varying surface temperature and impact energy. The sputtering 
yields for both Fe and C were found to increase with incoming energy. In iron carbide, C sputtering was 
preferential to Fe and the deuterium was mainly trapped as D 2 in bubbles, while mostly atomic D was 
present in Fe and Fe�1%C. The sputtering yields obtained from MD were compared to SDTrimSP yields. 
At lower impact energies, the sputtering mechanism was of both physical and chemical origin, while at 
higher energies ( > 100 eV) the physical sputtering dominated. 

' 2016 The Authors. Published by Elsevier Ltd. 
This is an open access article under the CC BY-NC-ND license 

( http://creativecommons.org/licenses/by-nc-nd/4.0/ ). 
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. Introduction 

One of the major challenges for future fusion reactors is the
evelopment of materials that will withstand the intense �ow of
 high energy plasma, due to non-perfect plasma con�nement
1] . Various steels are being considered as plasma-facing materials
PFMs) for the main wall of DEMO, the main power-plant scale fu-
ion reactor project [2] . The interest to this possibility was raised
n particular by the recent realization that steels that have been

ade to have reduced activation by adding W, can have strongly
educed erosion due to preferential sputtering causing W enrich-
ent at the surface [3] . However, for a steel to be viable as a

FM, certain qualities must be met, the most crucial issue is the
ifetime of the steel, strongly affected by different erosion mecha-
isms. Since steels are alloys of iron (Fe) and carbon (C) (for in-
tance, in the EUROFER steels planned to be used in DEMO, the
arbon content is about 0.5 atomic % [4] ), it is of vital importance
o quantify the erosion of both elements when being exposed to
ydrogen plasma, such as deuterium (D). Moreover, since steels in
eneral have a complex microstructure and may contain, in addi-
ion to the basic iron phases, like austenite and ferrite, also car-
� Corresponding author. 
E-mail address: elnaz.sa�@helsinki.� (E. Sa�). 
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ide in layer and particles [5] , it is also important to understand
he sputtering of iron carbides. 

Several experiments have been carried out to study sputter-
ng of pure iron and that of steel containing some carbon over a

ide range of irradiation energies [6,7] . However, little attention
as been drawn to plasma-surface interactions (PSIs) of steel tar-
ets exposed to D plasma, and the preferential sputtering and de-
letion of C. In order to gain insight into the atomic processes and
o make an assessment about the possible role of steel as PFM can-
idate, atomistic simulations are required. 

In this work, we used molecular dynamics (MD) simulations to
nalyze the effect of D irradiation on ferrite, pure body-centered
ubic (BCC) Fe, Fe with 1% C impurity (Fe�1%C) and the iron car-
ide (Fe 3 C), under different irradiation energies and substrate tem-
eratures. Since chemical effects during ion irradiations can be
tudied with MD, we compared our results to sputtering yields
alculated with the dynamic binary collision approximation (BCA)
ode SDTrimSP [8] . Special attention was paid to sputtering behav-
or of C in Fe 3 C. 

. Method 

.1. Molecular dynamics simulations 

Molecular dynamics (MD) simulations is a computational
ethod capable of describing bond formation and breaking when
nder the CC BY-NC-ND license ( http://creativecommons.org/licenses/by-nc-nd/4.0/ ). 
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Table 1 
Set-up characteristics of the molecular dynamics simulations, for pure iron (Fe), 1%-carbon (C) containing Fe and iron 
carbide (Fe 3 C). The table speci�es the number of atoms in the initial MD structure (N), the size of the initial structure, 
the surface temperature (T), the ion impact energy (E) and �ux. 

Structure Fe Fe�1%C Fe 3 C 

N 3200 3232 20 0 0 
Size (nm) 2.9 ×2.9 ×4.6 2.9 ×2.9 ×4.6 2.5 ×3.8 ×2.3 
T (K) 30 0, 40 0, 50 0, 60 0, 80 0 500 500 
E (eV) 30, 40, 50, 70, 100, 200, 500 20, 40, 50, 70, 100, 150, 200 20, 40, 50, 70, 100, 150, 200 
Flux (10 28 m �2 s �1 ) 1 .2 1 .2 1 .36 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 1. Total Fe sputtering yield as a function of surface temperature and impact 
energy after 50 0 0 cumulative D impacts for pure Fe. 

Fig. 2. A comparison of Fe sputtering yields in pure Fe and Fe�1%C between MD 
simulations and experimental data at different impact energies. In the simulations, 
the temperature was set to 500 K. 
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suitable reactive interatomic potentials are used. Consequently, it
is an excellent tool for studying the erosion of chemically active
structures. The code PARCAS [9] was used for MD simulations pre-
sented in this work. An analytical bond-order potential [10] was
used to calculate interatomic forces in the binary Fe-D systems. To
model the ternary Fe�C�D systems, the potential calculation was
modi�ed in such a way that C�C, C�D and D �D parameters are
given by Brenner�s second parametrization [11] , while for bonds
involving Fe atoms, the Fe�C potential [12] was used. Moreover,
the formalism of Fe-C-D potential is based on formulation by Ter-
soff [13] and Brenner, and it has been shown to be suitable for
describing both metallic and covalent bonds [14] . 

The MD simulations were carried out in two main steps: �rst
the initial structure for pure Fe, Fe�1%C and Fe 3 C was prepared,
after which the cell was irradiated with 50 0 0 cumulative D irradi-
ations for pure (110) BCC Fe and Fe�1%C, and 30 0 0 cumulative D
irradiations for Fe 3 C at normal incidence angle. 

The initial simulation cells were created by relaxing the struc-
tures at the desired temperature, and opening a perfectly �at sur-
face normal to the z-direction. In the Fe�1%C, the C atoms were
inserted in randomly selected octahedral sites. After the relaxation,
these surfaces were irradiated with cumulative D impacts varying
the impact energy and substrate temperature. Each D impact sim-
ulation lasted for 7 ps. 

Further details regarding to methodology, such as tempera-
ture and pressure control, use of electronic stopping and periodic
boundary conditions can be found in Ref. [15] . The characteristics
of each simulation cell and D ion parameters are listed in Table 1. 

2.2. SDTrimSP 

SDTrimSP is a BCA code suitable for simulation of atomic colli-
sions in structure-less targets. In this work, SDTrimSP simulations
were performed to provide comparison to the MD results. Fe 3 C
substrate was subjected to D ions with 50, 100, 150 and 200 eV
energy. The �uence in all simulations was set to be 5 × 10 16 m �2 . 

It should be noted that in SDTrimSP no chemical effects are
taken into account, therefore, the BCA approximation becomes un-
reliable at impact energies lower than 50 eV for heavy materials
[16] like Fe and C. However, the code is reliable at high energies,
and comparing the results with MD, where chemical effects have
been taken into account, can provide important information about
the underlying mechanisms. 

3. Results and discussion 

3.1. Pure Fe and Fe�1%C surfaces 

Fig. 1 shows the total Fe sputtering yield as a function of sur-
face temperature and D impact energy. Over all, the sputtering
yield increases with the impact energy above 100 eV, the yields
rapidly increase, as more kinetic energy is available for bond break-
ing. At impact energies above 200 eV, the yields begin to saturate. 

The sputtering yields shown in Fig. 1 have no signi�cant tem-
perature (T) dependence within the range studied here. Therefore,
nd due to limitations in available computational resources, the
est of simulations were carried out at T = 500 K, with varying D
mpact energy. Fe molecular sputtering was found to be negligible
n these simulations. 

In Fig. 2 , Fe sputtering yields for pure Fe, and for Fe�1%C are
ompared to the experimental outcome by Hintz et al. [7] and by
ohdansky et al. [6] , for D impact energies between 90 and 200 eV
he results show excellent agreement between simulations and ex-
eriments. 

Fig. 3 shows the fraction of D atoms not implanted in the pure
e, and the Fe�1%C, simulations cells. Those atoms were either re-
ected from the surface or released as molecules. The �gure shows
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Fig. 3. D re�ection on pure Fe at different temperatures and Fe�1%C as a function 
of energy, obtained after 50 0 0 cumulative D impacts. 
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Table 2 
The number of each sputtered species after 30 0 0 cumulative D 
impacts on Fe 3 C at different energies. 

Energy(eV) N sputtered species 

20 1 CD 
40 16 C, 3 CD, 1 FeC, 2 Fe, 1 FeD, 1 FeD 2 , 1 FeD 3 
50 28 C, 1 CD, 6 Fe 
70 28 C, 1 CD, 1 FeC, 1 Fe 2 C, 1 FeC 2 , 4 Fe, 2 FeD 
100 37 C, 7 Fe, 2 FeD 
150 36 C, 1 C2, 1 FeC 2 , 20 Fe, 3 FeD, 1 FeD 2 
200 41 C, 3 CD, 1 CD 3 , 1 C 2 D 2 , 1 CFe, 44 Fe, 1FeD 
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hat the fraction of re�ected atoms decreases as the impact energy
ncreases. For D impact energies higher that 100 eV, a signi�cant
raction of the bombarded D went through the simulation cell. In
eneral, D atoms were mostly either retained in the bulk or re-
ected as single D atoms. Release of molecular D was found to be
inor. Moreover, in the Fe�1%C simulation cell, C impurities were

ound to trap more D, which resulted in slightly lower D re�ection
han in the pure Fe simulation at 500 K. The effect of surface tem-
erature for D implantation in pure Fe was found to be negligible.

t might be worth further study to look more deeply into sputter-
ng with 20 0�50 0 eV energy range as well as repeat the simula-
ions with other temperatures for Fe�1%C. 

.2. Iron carbide, Fe 3 C 

As shown in Fig. 4 , Fe 3 C lattice loses its crystallinity in the D
ich areas, and the fraction of amorphous volume increases with
ncreasing D �uence. The observation of amorphization is well in
ine with previous MD simulations of continuous irradiation of ce-

entite with Fe recoils [17] . Further, the erosion is not homoge-
eous, leading to surface roughening. 

At impact energies higher than 70 eV, D was implanted deeper
nto the substrate, forming bubbles of D 2 molecules. For even
igher energies, we anticipate to see the same effect that was ob-
erved in tungsten carbide [18] , where with increasing D �uence,
he D 2 accumulation would result in a blistering-like effect; the top
ayer would �y off due to the high gas pressure. It should be noted
hat the higher C content facilitates the formation of D 2 molecules
n the system. 

At higher impact energies, incoming D ions kicked C atoms
rom their lattice sites to the surface, while next D ions transferred
heir kinetic energy to these surface atoms, causing sputtering. 

In general, D atoms did not bond to C atoms, and only small
umber of hydrocarbons were observed in our simulations. 

Fig. 5 illustrates the fraction of D atoms re�ected from the sur-
ace of Fe 3 C, as a function of impact energy. The fraction of re-
ected atoms decreases as the impact energy increases, and the
rend is very similar to cases of pure Fe and Fe�1%C shown in Fig.
 . At E = 20 eV, over 90% of D ions were backscattered from the
urface. 

Fig. 6 illustrates total Fe and C sputtering yields for Fe 3 C by MD
nd SDTrimSP. In general, sputtering yields for both atom types in-
reased with incoming ion energy. For energies lower than 100 eV,
 sputtering was higher in MD than in SDTrimSP, and for higher
on energies MD and SDTrimSP match within the margin of error.
ince SDTrimSP simulates only physical sputtering, these results
uggest that both chemical and physical sputtering are present for
on energies below 100 eV, and that for higher energies, sputtering
as mostly of physical origin, rather than swift chemical sputter-

ng (SCS) [19] . 
In MD, the C sputtering yields are larger than Fe sputtering

ields due to preferential C sputtering from carbide surfaces, spe-
ially in the 40�150 eV range. The SDTrimSP results give somewhat
igher Fe sputtering yields than MD, indicating that the surface
inding energies are not quite suitable for cementite. 

The sputtered atoms and molecules from our Fe 3 C simulations
re shown in Table 2 . The sputtered C atoms were mainly in
tomic form for ion energies higher than 40 eV, and, similarly, Fe
puttered mostly in atomic form for ion energies 50 eV and above.
n the whole, the number of sputtered molecules was 10�20% of

he total number of sputtered species for ion energies above 40 eV,
ew hydrocarbons were sputtered ( Table 2 ). The presence of acety-
ene molecules within the sputtered species gives us con�dence
hat the potential used here offers a reasonable description of the
-D chemistry. 

The number of Fe atoms in the MD simulation samples as a
unction of the number of cumulative impacts are given in Fig. 7 (a)
t different im pact ener gies. Fe is eroded linearly with the num-
er of impacts and the slope is constant over the whole irradiation
ange. Fig. 7 (b) shows the number of C atoms in the sample, indi-
ating that C erosion slows down after 1500 bombardments, with
he exception of 200 eV ion energy case, which remains mostly lin-
ar. This change is due to the surface layers of the simulation cells
aving become depleted of C due to preferential sputtering. 

. Conclusion 

Using MD simulations, we studied the effect of D irradiation on
ron-based alloys, varying the substrate temperature (30 0�80 0 K)
nd impact energy (20�500 K). We found that while Fe sputtering
ield had a positive correlation with impact energy, the effect on
ubstrate temperature , for the surface studied here was negligible. 

In Fe 3 C, due to preferential sputtering of C during the bombard-
ent, the surface was enriched with Fe. Analyzing the sputtering
echanism of Fe and C showed that it is dominantly of physical

rigin at impact energies higher than 100 eV With impact energies
p to 100 eV, C sputtering dominated over Fe sputtering. Increasing
he impact energy from 100 eV brought the sputtering yields from
 and Fe closer, and with 200 eV the yields were equal within the
argin of error. 

We found that the number of implanted D ions vs. the num-
er of re�ected D ions varied greatly with the impact energy, and
hat the trapped D in iron-based carbon-containing alloys forms D 2 
olecules. Furthermore, the initial lattice structure was observed

o become completely amorphised at the D implantation zone. 
In general, our results show that if steels are used as a plasma-

acing material, the presence of C in them will lead to chem-
cal sputtering of carbon-containing molecules. Carbon transport
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Fig. 4. Structure of Fe 3 C after 30 0 0 D impacts with different energies, for a substrate temperature of 500 K. Red, yellow and gray spheres represent Fe, C and D atoms, 
respectively. (For interpretation of the references to color in this �gure legend, the reader is referred to the web version of this article.) 

Fig. 5. D re�ection from Fe 3 C as a function of energy at T = 500 K, obtained after 
30 0 0 cumulative D impacts. 

Fig. 6. Total Fe and C sputtering yield as a function of impact energy of Fe 3 C ero- 
sion by 30 0 0 cumulative and 10 0,0 0 0 non cumulative D irradiations for MD and 
SDTrimSP simulations, respectively. 

Fig. 7. Number of Fe (a) and C atoms (b) in the Fe 3 C cell as a function of number 
of impacts at different impact energies for 30 0 0 cumulative D irradiations. 

a  

w  

a  

w

nd inventory calculations will be required to assess whether this
ill during prolonged operation lead to redeposition of signi�cant

mounts of carbon, and speci�cally carbon-bound tritium, else-
here in the reactor. 
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